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ALIGNMENT OF LIQUID CRYSTALS BY SURFACE GRATINGS*

ABSTRACT

Square-wave grating structures with periodicities ranging from 3Z00 A to 12
were etched into fused quartz substrates, and the effect of such gratings on i uid

crystal alignment was studied. Gratings with periodicities below 4 appear to

be required to align typical room-temperature nematic liquid crystals. At larger

periodicities a pronounced defect texture forms. The defect texture is created

during nucleation and growth of the nematic phase as it cools from the isotropic

phase. The defect texture is stabilized by adsorption of an oriented molecular

layer on the substrate surfaces. This adsorbed layer exerts an orienting torque

on the bulk liquid crystal. Experiments were performed to demonstrate the ex-

istence of such an adsorbed layer.

The tilt angle of the nematic director from the plane of quartz substrates was

measured for liquid crystals used in the alignment experiments. M24 and the
theptyl/butyl mixtureO align with the director in the substrate plane. MBBA

aligns with a tilt angle of about 23&9 on fused quartz, whether or not a grating

structure is present.

Surface gratings were also formed by patterning a 'monolayero of DMOAP. Such

patterned organic monolayers, which have no appreciable surface relief, are ef-

fective at aligning liquid crystals. This represents anew approach to liquid crys-

tal alignment.

High-quality alignment of the smectic A phase of M24 was induced by a 3200-A-

period square-wave surface-relief grating.

A novel twisted-nematic liquid crystal display which uses metal gratings for po-
larization of light as well as for liquid crystal alignment was fabricated.

* This report is based on a thesis of the same title submitted to the Department
of Electrical Engineering and Computer Science at the Massachusetts Institute
of Technology on 6 June 1978, in partial fulfillment of the requirements for the
degree of Master of Science.

: ......................................_Jii -_ -



CONTENTS

Abstract i
Acknowledgments vi

CHAPTER 1 - INTRODUCTION I
1.1 Basic Properties of Liquid Crystals I

1.2 Distortion of Nematic Liquid Crystals by Boundaries 2

1.3 Inducing Alignment of Nematics by Surface Treatment 4

1.4 Alignment of Liquid Crystals by Planar Fabricated Surface
Structures 6

CHAPTER 2- PROPERTIES OF ALIGNED AND MISALIGNED
NEMATIC LAYERS 9

2.1 Alignment of Liquid Crystals by 3200-A-Period
Square-Wave Gratings 9

2.2 Tilt Angle of Liquid Crystals on Grooved and Ungrooved
Substrates 13

2.3 Nematic Layers - Growth Scenario for Schlieren Textures 19

CHAPTER 2- EFFECT OF SQUARE-WAVE GRATING PERIODICITY
ON LIQUID CRYSTAL ALIGNMENT 25

3.1 Maximum Periodicity Square-Wave Grating Required
for Alignment of Nematics 25

3.2 Oriented Adsorption of Liquid Crystal Molecules on Surfaces 30

3.3 Effects of Square-Wave Gratings on the Growth of Nematic
Thin Films - Explanation of Maximum Periodicity for Good
Alignment 33

CHAPTER 4- APPLICATIONS OF PLANAR TECHNOLOGY
TO LIQUID CRYSTAL ALIGNMENT 37

4.1 Alignment of MBBA by a Grating Pattern in an Organic
Monolayer 37

4.2 Application of Surface-Relief Structures Fabricated
by the Planar Process to Liquid Crystal Displays 39

CHAPTER 5 -THE FUTURE

5.1 Suggestions for Further Work 43

APPENDIX A - Fabrication Techniques 45

APPENDIX B - Techniques Used to Determine the Orientation,
Including Tilt from the Substrate, of the Nematic
Director 49

APPENDIX C - Physical Properties of Liquid Crystals 65

References -i----- ---..- 67

vP~

Jv : a i:t 1o P.
DJ 311

...- -~~.....--



ACKNOWLEDGMENTS

I am greatly indebted to Dr. Henry I. Smith and to Dr. Dale C. Flanders

of M.I.T. Lincoln Laboratory. They have given a great deal of their time

to teach me about techniques for fabricating submicrometer structures,

and have developed state-of-the-art techniques at Lincoln without which

these experiments would have been impossible. The liquid crystal align-

ment work is an outgrowth of a more general program whose goal is to

produce oriented crystalline thin films on amorphous substrates using a

patterned surface structure. This idea was proposed several years ago

by Dr. Smith. I thank Dr. Smith and Dr. Flanders for sharing their knowl-

edge with me and for their constructive criticism and encouragment.

I would like to thank Dr. Hans W. Lehmann of RCA, Zurich, for helping

me to implement reactive-ion etching at M.I.T. Lincoln Laboratory. The

process which he developed has been invaluable to me and to others at

Lincoln.

I would also like to thank Peter DeGraff for doing all the scanning electron

microscopy. Ronald Pindak and Robert B. Meyer of the Gordon MacKay

Laboratory, Harvard University, collaborated with us during our first

attempt to align MBBA with a square-wave grating surface-relief struc-

ture. Ralph Schaetzing, of the M.I.T. Materials Science Center, helped

with experiments involving the liquid crystal MZ4.

vi



ALIGNMENT OF LIQUID CRYSTALS BY SURFACE GRATINGS

CHAPTER 1

INTRODUCTION

t.1 BASIC PROPERTIES OF LIQUID CRYSTALS

Many organic compounds exist in phases with properties intermediate between those of
conventional isotropic liquids and those of crystalline solids. In crystals, all the molecules

occupy positions at well-defined sites on a three-dimensional lattice; furthermore, if the mol-

ecules are not spherically symmetric so that the "orientation" of a molecule can be specified,

then the molecules are found to be oriented with respect to the lattice. In an isotropic liquid,

no long-range order exists either translationally or orientationally. Between the extremes

represented by crystals and isotropic liquids, matter may exist in forms, called mesophases,

with intermediate degrees of molecular order. The term "liquid crystals" has been given to

mesophases which retain orientational ordering but have lost translational order in one or more

dimensions. In nematic liquid crystals, the centers of mass of the molecules are randomly

positioned, except for very short range correlations, but the molecules tend to orient in a single

direction. The large mobilities of the molecules impart the property of fluidity to the nematic

phase. Figures 1(a) and (b) show two examples of nematic ordering. In both cases the centers

of mass of the molecules are randomly placed, but in Fig. I (a) the orientational order is perfect

while in Fig. I (b) a direction of orientation is statistically preferred though any single molecular

orientation may depart substantially from the preferred direction. The case of Fig. I (b) cor-

responds to what occurs in nature; the thermal energies of the molecules are comparable to the

depth of the orientational potential well which the molecules sit in, so the molecules are not uni-

formly oriented, and many molecules undergo complete rotations.

Figure 1(c) illustrates another type of liquid crystalline phase, the smectic A phase. In

addition to orientational order, one-dimensional translational order exists. The molecules

form layers with a well-defined spacing though the centers of mass of the molecules are ran-

domly placed in two dimensions within the layer. In fact, the layers in the smectic A phase do

not have a perfect long-range order and considerable diffusion of molecules occurs between

layers, but this phase is nonetheless considerably more ordered than the nematic phase.

Nematic liquid crystals undergo a first-order phase transition to an isotropic phase upon
heating to the transition temperature, TNI. Smectic A phases may transform into nematic

phases upon heating or they may transform directly to the isotropic liquid phase.

A nematic or smectic A phase, in the absence of external forces, will form a large domain
of statistically uniform alignment. That is, within the domain an axis can be defined which

represents the average direction of alignment of the liquid crystal molecules. The liquid crystal

and all its properties are invariant to rotation about this axis. and properties such as the dielec-

tric constants are differeiht when measured along the axis vs in a direction perpendicular to that

axis. Thus, nematic and smectic A materials are uniaxial.

The intermolecular forces favor unidirectional alignment of the molecules, but the align-

ment can be altered by applying external forces. The alignment of the molecules in a distorted

nematic can be described by means of a vector field. For each point in the liquid crystal a unit
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vector n, called the nematic director, points in the average direction of alignment of the mole-

cules at that point. In nematic liquid crystals the "heads" or "tails" of the molecules do not

orient in a single direction; roughly equal numbers of heads and tails point in the same direc-

tion. Thus, the liquid crystal has two-fold symmetry for rotations in a plane containing the ne-

matic director. This means that the nematic director cannot be uniquely defined; an equivalent

nematic director which points in the opposite direction exists.

1.2 DISTORTION OF NEMATIC LIQUID CRYSTALS BY BOUNDARIES

At the boundaries of a nematic fluid, certain nematic director orientations relative to the

bounding surface may be energetically preferred. For instance, the liquid crystal MBBA * ori-

ents with its nematic director perpendicular to the surface of glass coated with the silane coupling

agent DMOAPt (see also Ref. 1). On crystalline surfaces, the director may be constrained to

point in a limited set of directions corresponding to crystallographic axes, as in the case of

p-azoxyanisole on sodium chloride crystals.

Thus, the total free energy, F, of a liquid crystal enclosed by boundaries is:

F = Fe + Fs (-1)

* MBBA is N-(p-methoxybenzilidene)-p-butylaniline.

t DMOAP Is N, N-dimethyl-N-octadecyl-3-arninopropyltrimethoxysilyl chloride; available from
Dow Corning, Midland, Michigan, as silane XZ-2230.
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where F e is the elastic distortion energy which is nonzero if the nematic director is not unidi-
rectionally oriented and Fs is the energy contribution of the molecules at the boundary. That is,

F s = g(x,yz) dS (4-)

S

where g(x, y, z) is the energy per unit area at each point on the boundary surface. g(x, y, z) de-

pends on the orientation of the nematic director with respect to the surface and on the surface

material.

The equilibrium orientation of the liquid crystal is found by minimizing F with respect to

n(x, y, z). The surface energy contribution is particularly difficult to evaluate. The orientation

of the nematic director with respect to a specific surface can be relatively easily determined

experimentally in the case when there is no elastic deformation of the liquid crystal. The orien-

tation observed is in fact the orientation which results in the minimum value for the surface en-

ergy density, g. Determining the energy required to deform the director orientation at the

surface from its minimum energy state to some new direction is quite difficult and these energy

dependences are not known.

The problem of determining surface energies can be avoided and the entire alignment energy

calculation can be greatly simplified by assuming tight binding of the liquid crystal molecules at

the boundary. If one assumes that the energy required to change the orientation of the nematic

director at the surface is very large, then (a) the boundary conditions at the surface become

fixed and (b) there is no dependence of the surface energy on the director orientation in the bulk

liquid crystal. Tight binding does not mean that the nematic director at the boundary is com-

pletely specified, however. A number of orientations of equivalent energy may have to be con-

sidered if the energy minimum at the surface does not correspond to a single orientation. In

the case where n(x, y, z) is completely specified at the boundaries, determining the equilibrium

configuration of the liquid crystal simply involves finding (x, y, z) so that the total elastic energy

F is minimized, where
e

Fe = Ed(x, y, z) dV (1-3)

V

and

Ed(x, y, z) elastic distortion energy per unit volume

1 2 (A X )2 (-4)
Ed Z[Ki(V" n) +K( n +XK) +K 3 1 XVXn (1

This equation (Ref. 3) describes the elastic distortion energy density in terms of three types of

distortion, splay, twist, and bend, with elastic constants (in dynes) K i , K 2 , and K 3 ' respectively.

Now we can consider the aligning properties of surfaces. Let us assume that the nematic

director is constrained to lie in the plane of a smooth surface, but that all orientations within

that surface plane are of equal surface energy. An undistorted nematic fluid (i.e., unidirectional

director throughout the volume) can be placed in an infinite number of orientations while satisfy-

ing the boundary condition that n lie in the substrate plane. In Fig. 2 a square-wave grating

structure is shown in perspective. If an undistorted nematic layer has its director in the hori-

zontal (x-z) plane, then the boundary conditions at the bottoms of the grooves and on the plateaus

3
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are satisfied. Matching the boundary conditions on the sidewalls requires that n lie in the ver-

tical (y-z) plane. The intersection of these two planes is the z axis which is along the groove

direction. Thus, a single direction of alignment exists for which there is no elastic deformation

of the liquid crystal layer and for which the surface energy is a minimum.

In fact, any structure (periodic or aperiodic) which has a surface relief which varies in the

x direction but is invariant in the z direction will allow nematic alignment in the z direction

with an absolute minimum in the free energy, given the tangential A boundary condition. All

other alignment directions will result in some elastic free energy contribution.

INTERSECTION (

OF PLANES POINTS

ALONG GROOVES

HORIZONTAL I
PLANE I

'IERTICAL PLANE

Fig. 2. A square-wave grating structure showing the boundary conditions
imposed on a liquid crystal whose director is constrained to lie in the sur-
face plane. For minimum bulk distortion, the director is constrained to
lie both in the horizontal and the vertical planes, so the alignment direc-
tion is along the grooves.

1.3 INDUCING ALIGNMENT OF NEMATICS BY SURFACE TREATMENT

Based on the arguments presented above, one might expect that a surface with a relief struc-

ture would be capable of aligning liquid crystal layers. The liquid crystals p-azoxyanisole (PAA)
and p-azoxyphenetole were aligned in 1928 by Zocher using glass surfaces which were made

anisotropic by unidirectional rubbing with filter paper or cotton wadding. Zocher also observed

that methylene blue, a dye, formed oriented layers on rubbed surfaces if an alcohol solution of

the dye was evaporated rapidly. Zocher tried unsuccessfully to produce oriented films of in-

organic substances such as potassium chloride, potassium iodide, and ice on rubbed surfaces.

It is significant that alignment of potassium chloride crystallites was recently achieved on square-

wave grating structures by Flanders 5 at M.I.T. Lincoln Laboratory.

Since Zocher's early experiments, liquid crystals have become widely used in electronic

display devices and unidirectional alignment of the director in the plane of a transparent sub-

strate is often required. A number of techniques for producing a predetermined alignment of

the director at surfaces have been investigated, and a few of these methods will be discussed

briefly.
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Orientation of the director perpendicular to a surface can be achieved by using silane cou-

pling agents such as DMOAP or soaps such as CTAB (see t footnote on p. 2; also Refs. 1, 6-8).

Proust et al.7 have shown that either perpendicular (homeotropic) or parallel (often called

"homogeneous") orientation of the director at the surface can be achieved by varying the surface

concentration of CTAB. The direction of substrate withdrawal from the CTAB solution further

determines the alignment direction in the substrate plane for the case of homogeneous alignment.

In many display applications, orienting molecular layers such as lecithin or CTAB are unsatis-

factory. First, the aligning properties of these organic layers may be destroyed if high sub-

strate temperatures are attained during frit sealing of liquid crystal cells, and second, the or-

ganic layer may desorb from the substrate over time, resulting in loss of alignment.

Because of problems with the durability of organic layers, alignment methods which rely

only on the surface topography and the liquid crystal-substrate molecular interactions are often

preferred. Rubbing methods are still extremely popular and have been used by many experi-

menters to produce unidirectional alignment -1  The main technological improvement in rub-

bing has been to use various abrasives such as fine-grain diamond paste. When abrasives are

used, striations are clearly visible in scanning electron micrographs 9 or transmission electron

micrographs of shadowed replicas i 0 - 1 2 of the substrate surface. In contrast, rubbing of sur-
faces without abrasives does not produce a discernible surface topography9 and the alignment

effects are not as stable. It is possible that unidirectional rubbing without abrasives may pro-

duce striated organic deposits on the surface, rather than a pattern of grooves in the substrate.

It will be shown in this report that patterned organic monolayers may have alignment properties

similar to those of surface-relief structures.
13

Janning has described a technique for producing a surface topography which is very effec-

tive in aligning nematic liquid crystals. A thin layer (<100 A) of gold or SiO is evaporated onto

a substrate at a very shallow angle from the substrate plane (850 from the substrate normal).

The unidirectional impingement of material at these shallow angles creates an oriented surface

texture, possibly a fiber texture oriented toward the evaporation source. 4 Guyon et al.15,16

demonstrated that the nematic director will align perpendicular to the plane of incidence of the

evaporated material and in the substrate plane for evaporations at 45 ° to 80' from the substrate

normal; for angles of incidence greater than 80' the director points 20' to 300 out of the sub-

strate plane and in the plane of incidence of the evaporant. Meyerhofer1 7 and others1 8 have

used combinations of oblique evaporations at different angles of incidence to produce unidirec-

tional alignment with small but nonzero tilt angles. Control of both alignment and tilt angle can

be achieved using such combinations, but our understanding of these alignment methods is largely

empirical.

The topography of these "obliquely evaporated" films has generally been considered respon-

sible for their alignment properties. Obliquely evaporated SiO films on carbon membranes1 9

and shadowed replicas of SiO layers 0 have been examined in the transmission electron micro-

scope in order to correlate surface topography with alignment properties. Figure 3 of Ref. 19

reveals a "striated" texture in obliquely evaporated films. The surface topography can really

only be described as a texture, since a reproducible pattern of surfaces features is not produced.

Shallow angle ion-beam etching 2 1, 2 2 has been used to produce an anisotropic surface for

unidirectional alignment of nematic films. Again, surface topography is presumed to be re-

sponsible for the alignment effects.
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1.4 ALIGNMENT OF LIQUID CRYSTALS lBY PLANAR FABRICATED
SURFACE STRUCTURES

I have already shown that for a square-wave structure (or, more generally. fo. any "one-

dimensional" surface structure) alignment of the nematic director along the grooves yields a

minimum in the surface free energy and no elastic deformation energy for the case where the

nematic director is required to be tangent to the surface. Berreman 1' i and Wolff et al. have

performed theoretical calculations of the free energy required to misalign the director on low-

amplitude, sinusoidal surface-relief structures.

Rubbing techniques may produce a high density of reasonably parallel grooves and the fact

that rubbed surfaces align liquid crystals can be considered evidence that a grooved structure

induces alignment to minimize elastic deformation energy. Other interpretations are possible.

however, since surfaces rubbed with paper which do not reveal any grooves 9 also align liquid

crystals, it is possible that rubbing of surfaces may produce some other (invisible) form of

surface anisotropy which is primarily responsible for liquid crystal alignment.

If a grating pattern were exposed in a photoresist layer on a surface, and if the resulting

pattern in the photoresist layer could be etched into the surface, then an anisotropic surface

structure could be produced without unidirectional rubbing or scratching of the surface; the

only anisotropy is in the pzttern itself. Liquid crystal alignment by a grooved surface would

be demonstrated simply and aiiy by such an experiment. Other advantages of such "planar

process" structures are (a) sources of residual elastic deformation which are always present

on rubbed surfaces, such as nonparallel grooves, rough sidewalls of grooves, and defects and

discontinuities in the grooves can be almost completely eliminated and (b) the density, depth,

and configuration of the grooves are directly controlled c uring processing of the surface, making

it possible to do quantitative studies of surface alignment forces.

The procedure described above of exposing a pattern of lines in a resist, etc., was referred

to as a "planar process." Many techniques can be considered as "planar processes" but the es-

sential elements of the planar process as referred to in this report are (a) a well-defined pat-

tern of surface structures is fabricated instead of a texture, (b) the actual surface structure is
formed in or on the surface simultaneously and not by serial mechanical means, and (c) the

process steps do not have an anisotropy which need be correlated with the groove direction, as

in rubbing, scribing, or oblique evaporation.

Surprisingly, no experiments where liquid crystals were aligned by planar fabricated sur-

face structures have been published, except for recent work performed at M.I.T. Lincoln Labo-
5,23ratory . In the thesis by Flanders, the alignment of the liquid crystal MBBA by 3200-A-

period gratings was described. A number of issues related to that alignment, such as the un-

ambiguous determination of the alignment direction and tilt angle, were undertaken as part of

the present report. The subsequent chapters address the following issues:

(a) Several liquid crystals will be studied to determine their direction of

orientation and tilt angle both on smooth surfaces and on surfaces con-

taining gratings.

(b) The threshold spatial period of grooves required to align liquid crystals

will be studied. The forces which induce misalignment will be discussed.

Some interesting directional adsorption phenomena will be presented.

6



(c) It will be shown that a grooved relief structure is not needed to produce

alignment and that liquid crystals can be aligned by planar fabricated

patterned organic monolayers.

(d) A novel method of making a twisted nematic liquid crystal display using

grating technology will be presented.

(e) Some ideas for future experiments made possible by planar process

techniques will be presented.

I
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CHAPTER 2

PROPERTIES OF ALIGNED AND MISALIGNED NEMATIC LAYERS

2.1 ALIGNMENT OF LIQUID CRYSTALS BY 3200-A-PERIOD
SQUARE-WAVE GRATINGS

Rubbed surfaces can provide a very high density of grooves; Berreman suggests that an

amplitude of 200 A and a period of 1000 X may be reasonable estimates of the sinusoidal modula-

tion on such a surface. Thus, the absence of published reports on alignment by "planar fabri-

cated" structures might indicate that surface structures with submicrometer dimensions are

required and that the means for producing these structures are not widely available. Thus, for

preliminary alignment experiments square-wave gratings of the minimum periodicity (3200 A)
2

which could be reproducibly fabricated over a reasonable (at least 1 cm ) area were used.

Square-wave gratings of 3200-A period were fabricated over a 1.Z5- x 1.25-cm area on two

fused quartz substrates. The grooves were approximately 200 A deep. Appendix A describes

the methods used to fabricate the gratings. The two substrates were assembled into a sandwich

with the surfaces containing the gratings facing each other and with 50-pm-thick Teflon spacers

separating them. Figure 3 shows the assembled sandwich. Light is strongly diffracted from

the gratings into beams which propagate in directions orthogonal to the groove direction. Thus,

the grooves on the two substrates can be made parallel by rotating one substrate with respect

1, 9 ea]5

LIQUID CRYSTAL

AMORPHOUS

SPACER
SQUARE- WAVE GRATINGS CRSSETOCROSS SECTION

REGIONSA

TOP VIEW

Fig. 3. "Sandwich assembly" used to test liquid crystal alignment
properties of surface gratings.
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to the other until the diffracted beams from the two gratings propagate in the same direction. - i
After the substrates were aligned, the sandwich was heated and droplets of liquid crystal were '1
placed on the lower- substrate in contact with the edge of the upper substrate. The liquid crystal

was sucked into the gap between the substrates by capillary action. The liquid crystal was always
kept in the isotropic phase while it flowed into the sandwich; after the flow stopped, the liquid
crystal was cooled to the nematic phase.

Appendix B describes in detail the different techniques used to examine the orientation of the

nematic director of liquid crystal layers, including the advantages and disadvantages of the meth-

ods. The reader is referred to this appendix for details of the orthoscopic and conoscopic view-

ing methods.

Figure 3 shows that the liquid crystal layer is confined between two smooth surfaces in some

areas of the sandwich (region A). between two gratings in other areas (region C), and also between

one smooth surface and one surface with a grating (region B). Figure 4 shows a nematic layer of

the heptyl/butyl mixture (see Appendix C for properties) viewed orthoscopically between crossed

polarizers. The sandwich contains 3Z00-A -period gratings as described above, and one polar-

izer is oriented along the groove direction. Figure 4 shows the boundary between a region where

the liquid crystal is confined between two gratings (region C) and a region where it is in contact

R R
E E
G G
o f.O 0
NN

AA~r

Fig. 4. Alignment of the heptyl/butyl mixture by 3200-X-period gratings.
Regions correspond to labeled regions in Fig. 3. From top to bottom of
each photo is 1.2 mam.

0 00

NUAJ

Fi.4 lgneto h hpy/uy mxueb 30-A-eii rtns



with a smooth surface and a grating (region B). Region C is uniformly black indicating uni-

directional alignment of the nematic director. Region B is not black, and many lines and dis-

continuities are visible, indicating highly disordered alignment. Figure 4 shows what happens
at the boundary between region A and region B; region A is brighter than region B, which in-

dicates a further loss of alignment. In region B the liquid crystal is probably well aligned on

the surface with the grating but forms small "randomly" aligned patches on the smooth surface.

The liquid crystal between the surfaces must then undergo a twist, but the cell thickness is
great enough that the distortion energy is small and the molecules on the smooth surface are

obviously held securely enough that the small torques favoring alignment are ineffective.

Figure 5(a) shows the border between region A (top of photo) and region C (bottom) using
the same gratings, but with MBBA as the liquid crystal. Region B (middle) is predominantly

*aligned by the grating in contrast to region B of Fig. 4; either the surface forces which create

twisted regions are weaker or MBBA is stiffer than the heptyl/butyl mixture, increasing the

torque. This will be discussed later. Figure 5(b) shows the MBBA nematic film in region A.

The film is not well aligned, and the pattern is a "Schlieren texture," which is commonly ob-

served in nematic films.
2 4 - 2 7

NO GRATINGS

Fig. 5. Alignment of MBBA

by 3200-A-period gratings.
Top to bottom of each photo TWO GRATINGS
is 0.5 mm.

(a)

NO GRATINGS

(b

i t 1.:

__ _ _ _ _ _ _ _ _ _ _ __ _ _ _ _ _ _ _ _ _



The gratings produce excellent alignment of the nematic director. A nuU in the transmission

(black field) during orthoscopic observation between crossed polarizers occurs wci the grooves
are aligned within approximately f * of the polarizer direction. Sharp nulls occur every 900 as

the sample is rotated; we can only deduce that the nernatic director projection on the substrate

plane is oriented along or perpendicular to the groove direction *1.

Conoscopic examination of the liquid crystal layer gives further information about the align-

ment of the director. Figures 6(a) and (b) show the conoscopic patterns for MB1IA and the heptyl/

butyl mixture, respectively. In both cases the liquid crystal is aligned between 3200-A-period

gratings, the grooves are at an angle of 450 from the polarizer direction, the nematic layer is

50 Wixn thick, and monochromatic illumination from a sodium lamp (5890 A) is used. The ob-
jective lens has a numerical aperture of 0.65 for all conoscopic photos in this report. From

Fig. 6(a) we can see that the nematic director for MBBA does not lie in the plane of the surface,

but tilts away from the plane. In contrast, the heptyl/butyl mixture nematic director lies in the

plane of the substrate, as evidenced by Fig. 6(b).

Fig.6. Conoscopic photos showin tilt
angle of (a) MBBA and (b) hepty 1butyl
mixture on fused quartz substrates, with
alignment by 3200-A-period gratings.

(a)

(b)
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Further examination of Fig. 6 reveals that tile pattern of Fig. 6(a) is symmetric about a

single axis, whereas the pattern of Fig. 6(b) has two axes of symmetry. In Fig.6(a) the axis

of symmetry must correspond to the projection of the neimatic director on the substrate plane,

since the conoscopic pattern is always symmetric about the director. For liquid crystals, like

MIF\A. whose nematic directors tilt away from the substrate plane, the conoscopic pattern re-

veals unambiguously the direction of the nematic director projection. The grooves did run in

the same direction as the axis of symmetry of Fig. 6(a). Combining this result with the result

of orthoscopic examination, we can say that for MIMA the nematic director projection aligns

along the grooves within t°. and that the director tilts away from the substrate plane.

Though the conoscopic pattern of Fig.6(b) shows that the heptyl/butyl director lies in the

substrate plane, it still does not permit discrimination between alignment along the grooves

and perpendicular to them, as discussed in Appendix It. lty using a dye which aligns with the

nematic director (st-e Appendix 11) it was shown that the nematic director does lie along the

groove direction for the heptyl/butyl mixture. Furthermore, the dye technique was applied to

MIMA and is in agveement with the conoscopic interpretation; the director projection lies along

the groov ditction.

2.2 TILT \NGIA: OF LIQUID CR¢YSTAIS ON GHOOVED
ANiD 'NGIOOVED SUBSTIATES

'onoscopic evidence indicates that the heptyl/butyl mixture nematic director lies in the

plant- of a fused quartz substrate while MIBA forms a tilt angle with the surface. M24 was

another liquid crystal used for alignment experiments. It was not possible to check the align-

ment of the. liqLid crystal M24 conoscopically because the sample was maintained inside a

temnperature-controlled chamber whose thickness prevented us from using high numerical ap-

erture objectives. Examination of Sc) lieren textures found in nematic layers of M24 revealed

no reverse-tilt walls attached to disclinations of strength 1/2. Following the discussion in

\ppendix It. this is strong evidence that the nematic director lies in the plane of the fused quartz

substrate.

The re-sult that the nematic director of MI4BA tilts away from the substrate plane seemed

quite surprising. There is controversy about whether M13BA orients parallel or perpendicular

to clean glass, but no reports of tilted alignment have appeared. In fact, special techniques.

such as the bonding of short chain alcohols to quartz
2 2 

or oblique evaporation methods,1
8 

have

been d]eveloped specifically to permit alignment of liquid crystals with controlled tilt angles.

Several questions arose about the director tilt of M1BBA on fused quartz:

(a) What is the tilt angle?

(b) Is the tilt induced by the presence of the grating or is it the same

on smooth fused quartz?

(c) Is the tilt caused by organic contaminants on the surface?

(d) Is the tilt a consistent behavior on quartz?

(e) Is contamination of the liquid crystal responsible for the tilt?

(f) Is it possible that fi-sed quartz substrates may behave quite dif-

ferently from other glasses, at least with respect to tilt properties

of MIBA?
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The tilt angle of MIB.A on fused quart? was testimated in three experiments using two dif-

ferent measurement methods. In one experiment, substrates with 3200-A-period gratings were

used, and the effl-ctive birtefringence of the MIBIBA was measured using the "wedge technique"

described in Appendix IB, Sec. lt.2. The birefringence measured for rays normally incident on

the nematic layer was 0.185. with an error bound of less than &10 percent. This corresponds

to a nominal tilt of 23' between the director and the substrate plane. The room-temperature

values for the rtfractive indices of MIIA at 5890 A given in Appendix C were used for the tilt

angle calculation. It was also the case that the fringes observed using the "wedge technique"

continued in a straight line across the bound-ry between region C (two gratings) and region A

(no gratings) of Fig. 3. Ihis indicates that the nematic director has the same tilt angle on smooth

fused quartz as in the grating area. The gratings do not appear to be responsible for the tilting

of MIIIIA.

Fig. 7. Conoscopic photo showing the tilt angle of M1313A when confined
between 2-lm-period gratings. A reasonably uniformly aligned patch
was selected for conoscopy.

Figures 6 (a) and 7 show conoscopic patterns of MItI.A layer-s confined between 3200-A and

12-lim-period gratings, respectively. In both cases, 12 black fringes are visible. As discussed

in Appendix 11, Sec. 1.3, these fringe patterns are consistent with a tilt angle of 23' . As is the

case for the "wedge technique," the refractive indices must be known to perform the tilt calcula-

tion, and the same values from Appendix C were used. Conoscopic patterns also indicated that

the director was tilted outside the grating area. but thre patterns were of poor quality, making

quantitative estimates from, or photography of, the patterns quite difficult.

Considerable controversy exists about the tilt angle of MItItA on clean glass. Creagh and

Kmetz 9 studied the alignment of MHRA on tin-oxide-co:ted glass. They showed that M1I31A
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aligns perpendicular to carefully cleaned tin oxide, but it aligns parallel to the surface if a thin

carbon film is deposited. Lecithin-coated tin oxide causes perpendicular alignment of MBBA. '1
Creagh and Kmetz also state that MBBA aligns perpendicular to clean glass, though all their

experiments appear to be with tin-oxide-coated glass. They propose that the difference between

the critical surface energy of the substrate and the surface tension of the liquid crystal deter-

mines whether parallel or perpendicular alignment of the director occurs; the possibility of

tilted alignment seems to be implicitly forbidden. The fact that clean glass has a high surface

energy and would be expected to cause parallel alignment of the director is explained away by

assuming that adsorption of water, on the glass lowers the critical surface energy. laller 2 8

gives numerous examples which show that the difference between the surface energy of the sub-

strate and the surface tension of the liquid crystal is not. in fact, a useful predictor of the tilt

angle of the director. The theory provided by Creagh and Kmetz seems to have little validity,

but their work does point out that surface cleanliness and surface hydration may be determinants

of the tilt angle formed by the director. Furthermore, their work indicates that M313A aligns

perpendicular to clean glass.

A number of authors have stated that MBBA aligns with its director in the plane of a "clean

glass" substrate (Refs. 7, 8, 11, 12, 21). Most authors do not describe how they determined that

the director was in the substrate plane, and the tilt angle may not actually have been measured.

Also, considerable variation in the "glass" substrates may exist. For instance, Little et al .

used sputtered SiO2 coatings, Berreman used fused quartz, and many authors do not specify
the type of glass used. There is evidence that the type of glass surface used may influence the

liquid crystal tilt angle. Goodman 2 9 indicates that migration of alkali-ions to the substrate sur-

face during heating of soda lime glass affects the alignment properties of the surface.

Several experiments were performed to see if substrate cleanliness or surface hydration

affected the tilt angle of MBBA. Table I shows some of the different cleaning processes used.

Process A was the standard cleaning procedure. Fused quartz substrates cleaned in this man-

ner were evenly wetted by deionized water, and during blow drying of the substrates with nitro-

gen, colored fringes were visible as the wetted region shrank. This generally indicates that the

surface is very clean (<1 monolayer of hydrophobic organic contaminants).

Using the standard cleaning procedure, tilted alignment of MBBA on fused quartz was con-

sistently obtained. The addition of a detergent cleaning step (process B) or of a UV/ozone clean-

ing step (process C) did not affect the results. Tilted alignment of MBBA was obtained. UV/

ozone cleaning 30 is effective in removing traces of most organic contaminants including evapo-

rated carbon films. Substrates which were UV/ozone cleaned were placed a few millimeters from
an R-52 Mineralight* in air for periods of 10 min. or more. The lamp generates ozone and also

exposes the substrates to short wavelength UV.

Even the UV/ozone cleaning may not guarantee that substrates will be free from organic

contaminants, though it effectively removes such contaminants. Vig 3 0 has shown that exposur,-

of clean substrates to room air for about 15 min. results in the appearance of a carbon peak in

Auger electron spectra of the surface; wetting properties, as determined by a fog test, also

deteriorate over that time interval. Even though UV/ozone cleaned substrates were used im-

mediately after cleaning, the time required to assemble the liquid crystal sandwich is on the

order of 15 min.. and it is possible that a contaminating layer may form.

*R-52 Mineralight Lamp, Ultraviolet Products, Inc., San Gabriel, California.
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TABLE I

DIFFERENT CLEANING PROCESSES USED FOR FUSED QUA~RTZ

Cleaning Steps A B C D
Performed Standard Liquinox U V/Ozone Bakeout

Soak, 10 min. yes Yes Yes Yes
trichioroothylene

Soak, 10 min. Yes Yes Yes Yes
acetone

Rinse, methanol No Yes No No

Rinse, running No Yes No No
deionized water

Blow dry, nitrogen Yes Yes Yes Yes

Ultrasonic clean No Yes No No
1% Liquinox in
warm decionized
water

Rinse, running No Yes No No
deionized water

Soak, 5 to 10 min. Yes Yes yes Yes
concentrated
sulfuric acid, 25*C

Rinse, running Yes Yes Yes Yes
deionized wacter

Hot deionized water Yes Yes Yes Yes
cascade rinse

U V/ozone clean No No Yes No

Dehydration bake No No No Yes
I hr, 120*C
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Process D was used to see if the tilt angle could be affected by a change in surface hydra-

tion. Fused quartz substrates were baked at 120°C for 1 hr in a vacuum oven while dry nitrogen

was flowed continuously through the oven. The substrates were assembled into a sandwich and

the gap was filled with MBBA immediately after- removal from the oven. According to the data
provided by Creagh and Kmetz on surface hydration, this process should have reduced the ad-

sorbed water layer substantially. Again, the director of MBBA tilted away from the substrate

plane.

Reactive-ion etching (RIE) in CIIF 3 was another step likely to produce surface contamina-

tion, and this method has not been used by any other workers in the liquid crystal field. Chro-

mium masks become difficult to remove after RIE, and problems with polymer deposition on the

substrate or on the chamber walls have been observed. RIE is not the cause of the tilted align-

ment of MBBA, however. Freshly cleaned quartz substrates which have never been reactive-ion

etched also produce tilted alignment of MBBA.

In summary, it appears that the nematic director of MBBA consistently forms a tilt angle
with our quartz substrates. The nominal tilt angle is 230. This tilt is independent of the varia-

tions in the cleaning process which have been tested. Cleaning in concentrated sulfuric acid is

extremely important for obtaining clean surfaces and produces the most dramatic improvement

in the wetting properties of the glass of all the cleaning steps. Creagh and Kmetz 9 have shown
that tin oxide cleaned in a sulfuric/nitric acid mixture is free of organic contamination.

There is no particular reason why tilted alignment of the director could not be the preferred

orientation for MBBA on fused quartz. In fact, Bouchiat et al. have determined from light re-

flectivity measurements that MBBA aligns at an angle of approximately 20 ° from the surface

normal at an air/MBBA boundary. This gives further evidence that MBA is not constrained

to lie parallel or perpendicular to plane surfaces and that MBBA molecules may have a built-in

asymmetry which favors tilted alignment of the director at certain surfaces. The fact that the

angle observed by Bouchiat is roughly the complement of the tilt angle of MBBA on fused quart?

may be significant.

Figure B-4 shows five different conoscopic patterns obtained from a single layer of MBBA

sandwiched between two pieces of Corning 0211 glass. As can be seen, a wide range of tilt

angles is observed. The substrates were cleaned using the same cleaning process which pro-

duces consistent tilted alignment on fused quartz. The 0211 glass substrates are harder to

clean than quartz and often require exposure to an oxygen plasma to insure good water wetting,

which may not be obtained using the standard cleaning process. The important point is that

fused quartz substrates produce highly reproducible results, in contrast to the 0Z1 glass. Fur-

ther-more, the wide range of tilt angles obtained with a single liquid crystal layer makes it clear

that variations in purity of different liquid crystal samples are probably not the prime factor in

causing tilt angle variations.

Finally, it is noteworthy that M13BA can be aligned reliably either parallel or perpendicular

to a fused quartz substrate. By coating quartz with DMOAP as described in Appendix A, excel-

lent homeotropic alignment of M1313A (and the heptyl/butyl mixture) is obtained. Exposure of the

DMOAP-coated quartz to the UV/ozone cleaning process for 5 min. alters the surface layer, and

MBBA will now align parallel to the surface. Furthermore, the UV/ozone exposed area is not

"clean" quartz; the water wetting of the surface is noticeably poorer than for clean, new fused

qua rtz.
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Fig. 8. Solid crystal thin film growth. Photo shows a case where crystallites
grow but do not reorient when they contact each other. The result is a poly-
crystalline film.

Fig. 9. Solid crystal thin film growth. Crystallites with different orientations
of their lattices reorient when they contact each other during growth. A larger
and larger single crystal grain grows.
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Experiments have shown that UV exposure, without ozone contact, is sufficient for altt'ring

the alignment properties of DAMOAI' layers as described above. It might be possible to expose

patterns using UV or X-ray radiation or an electron beam in a I)MOAP layer. Tire xposur

affects th, tilt angle imposed by the layer on a liquid crystal, and the patterned surface could

be- used to align liquid crystals. Such patterned monolayer's represent a new approach to liquid

crystal alignment.

2.3 NIMATC .AYi;RS - GRiOWTIH SCiNAIII() FOR SCHIIIE IEN TI'XTURI.S

if i nematic liquid crystal is confined between surfaces which are "smooth" (that is, they
do not have ainv strong anisotropy) and if the liquid crystal does not adopt the homeotropic ori-

entation, then the nematic layer will not generally have a uniform director orientation. Nematic

thin films are formed by cooling from an isotropic liquid phase. If the cooling rate is rapid, a

great imany "nematic nuclei," or small nematic domains, may form simultaneously at different

points in the otherwise isotropic liquid crystal layer. The nematic director in these nuclei need

not have any preferred orientation in the substtate plane since no surface anisotropy exists.

Consider the case of inorganic crystalline thin film growth illustrated by Figs. 8 and 9

(Ref. 5). Many small crystallites nucleate, and the orientation of the crystallites is random.

Xs the crystallites grow and contact each other, reorientation of the crystal lattice takes place.

In Fig. 8. the mobility of the deposited material is limited, and if two sufficiently large crystal-

lites come into contact they will be unable to reorient into a single crystal. Grain boundaries

will form, and a polycrystalline network results. In Fig. 9 the mobility is quite large and crys-

tallites keep recrystallizing into larger and larger single crystal grains.

Nematic liquid crystal film "growth" after cooling from the isotropic phase proceeds along

similar line-s, but the characteristics of the individual "nuclei" are very different. In a solid

crystal the energy required to deform the lattice is extremely large (crystals are very stiff) and

each crystallite has a nearly undistorted latttice, and a single "orientation" The surface shape

of the crystallite or the orientation of its entire lattice may be altered to minimize the free

energy associated with the boundaries of the crystallite. For solid crystals it is energetically

favorable for a crystallite to present high-energy surface planes at its boundaries rather than

to deform its lattice to minimize the surface free energy. For liquid crystals the situation is

reversed. The energy required to force the director to lie parallel to a surface for which its

minimuw free-energy orientation is homeotropic alignment is generally large compared to the
energy required to deform the bulk to match the boundary conditions. This so-called "tight

binding" approximation was introduced in Chap. 1. .\s a result, nematic nuclei will not neces-

sarily have a single director orientation throughout their- bulk. Speaking loosely, nematic nuclei

need not be "single crystals" in contrast to solid crystal nuclei.

The nematic director of liquid crystals has a preferred orientation at the nematic-isotropic

liquid boundary. For instance, MIt.A aligns with the nematic director in the plane of the
32

nematic-isotropic interface; all orientations within that plane are equivalent in eergy and

free rotation of the director in the plane is possible. Meyer 3 3 has studied the director orienta-

tion in nematic droplets of ethyl p-(p-methoxybenzilidene amino) cinnamate. For this liquid

crystal the director orients perpendicular to the nematic-air interface and parallel to the plane

of the nematic-isotropic interface. Figure 10 is a cross section of one of Meyer's droplets

sitting on a glass slide. The slide was warmed so that a nematic "cap" sits on a layer of iso-

tropic liquid crystal. The director terminates normal to the air-nematic interface at all points;
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irg. 10. Photo illirStlati rig eXpel'i merit byV H. 13. ICieVe (i ef. M3.
Thle glass slidt. is heated, caus inrg a thin isotropic l-egioli to
form Und~er a reimatic "Cap." Irhe boundarv conrditionis cause a
discliriatiori to form ill tire ieiatic-isotropic hiouiniarY plane.
lines iii nenmatir show the riematir director orientation.

P240 -57

Fig. 11. T'wo nrnatic droplets of the heptyl/butyl mixture sitting
on a room -temperature glass substrate. Note tire disclinations
resulting from the boundaryv conditions imposed on the director
at the edges of tire droplet.
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in the nematic-isotropic plane which forms the base of the "cap," the director undergoes a 3600

azimuthal rotation. The structure of this droplet was confirmed optically by Meyer. The bound-

aries of the drol let clearly determine its internal structure. Instead of unidirectional director

alignment within tie droplet, the topology of the boundary dictates that one point disclination with

a 360 ° director rotation (strength = 1) will form.

Figure 11 shows two nematic droplets of the heptyl/butyl mixture sitting on a piece of clean

('orning 0211 glass at room temperature. Unlike Meyer's droplets, these droplets are fully

ncmatic. Each droplet has a single black point from which four, black brushes radiate. Since

the droplet is viewed orthoscopically between crossed polarizers, a black region corresponds

to an area where the director projection is either parallel or perpendicular to the polarizer.

Thus, a point with four black brushes indicates that the nematic director projection on the sub-

strate plane undergoes a 360' rotation. A point with two black brushes would indicate a 180'

director rotation about tire point, or a so-called strength 1/Z disclination. The points from

which the brushes radiate are called disclinations. Since the nematic director has two-fold

symmetry, rotations of the director about a point must be multiples of 180'. In practice, dis-

clinations of strength 1 or' 1/Z are observed. The apparent "point" center of a disclination may

correspond either to a point disclination on the substrate surface or" to the end-on projection of

a line disclination which attaches to the top and bottom substrates of the liquid crystal sandwich.

Figure 12 is a schematic representation of the arrangement of the director at disclinations.

The figure shows that different signs can be defined for disclinations of equal strength. The sign

of the disclination can be distinguished optically by observing the rotation of the black "brushes"

+1/2 -1/2

- , -" - - ,,\iI---. ---
//11,i.'1\\\\ -,,",\ 1, /

,.X ,/ / /. / l\,,

Fig. 12. Sketch showing the orientation of the director field

+1 -l

at disclinations of different strengths and polarities.
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Fig. 13. Sketch showing two nemnatic droplets each containing
two point disclinations of strength (+1). The droplets are about
to combine; note that two disclinations of strength (-I) will form
when the droplets touch, keeping the total strength of the dis-
clinations in the new droplet the same.

/1/ll I 1 \\ \\ \ lFig. 14. The boundary between regions
of reverse tilt. (a) Possible director
field if the nemnatic director is nearly
homeotropic at the substrates and (b) if

______________________________________ the director lies nearly parallel to the
- -~- ------- - -,.-substrates.

(b)
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as the nematic layer is rotated between crossed polarizers. For disclinations with positive sign

the brushes do not rotate in the vicinity of the disclination as the microscope stage is rotated,
whereas for diselinations of negative sign the brushes under-go two complete rotations for' each

rotation of the stage.

Now, we can speculate on the growth scenario for a nematic thin film formed by cooling an

isotropic liquid. Small nematic domains form, and they will most likely form in contact with

the substrate since the liquid layer' is always cooled from the outside inward. As each domain

forms, it will contain a disclination or disclinations; the sum of the strengths of all the disclina-

tions in a drop is a topological property of the drop. The disclinations must form to satisfy the

boundary conditions around the droplet. For instance, a droplet whose director was constrained

to lie parallel to the boundary surface at all points might form with two surface disclinations of

strength +1. Since the sum of the disclination strengths is a topological property of the droplet,

it cannot change if the drop is stretched or otherwise distorted. Similarly, if two droplets com-

bine to form a single drop, new disclinations must form to keep the sum of the strengths con-

stant. This situation is sketched in Fig. 13.

t'h ere are several significant features of liquid crystal film growth that distinguish it from

solid crystalline film growth. First, it should be noted that liquid crystal film growth corre-

sponds more closely to the "high mobility" situation shown in Fig. 9 than to the "low mobility"

situation of Fig. 8. "Grain boundaries" do not form in liquid crystals. Since the bulk can de-

form easily, discontinuities in the director orientation are energetically highly unfavorable, and

are always smoothed out. Second, nematic domains are "born" with defects. A Schlieren tex-

ture a'ises not because of "grain" boundaries which form during the coalescence of 1he nuclei

but because the original nuclei have a nonuniform director orientation due to the presence of

disclinations.

Disclinations of opposite sign attract each other'. Disclinations of equal strength but op-

posite sign will annihilate each other, while disclinations which are not of equal strength re-

combine to form a new disclination whose strength is the sum of the strengths of the original

two disclinations. Even though a great number of disclinations form during the nucleation and

coalescence of nematic domains, most disclinations are annihilated by others of opposite sign.

Unidirectional orientation of the nematic director, is the lowest free-energy state for a nematic

thin film confined between two smooth surfaces. Figures 4 and 5 show that this state is not at-

tained in practice. There is a tendency for the texture which forms during growth to stabilize

and to persist for extended periods of time. The origin of the forces which prevent equilibration

will be discussed in the next chapter.

Finally, it should be mentioned that certain defects may exist in nematic layers which are

very well aligned. The nematic director of MBBA forms a tilt with fused quartz substrates, and

even if the nematic director projection is aligned along the direction of grooves in the substrate.

two equal energy states of opposite tilt can exist. Figure 14 shows such regions of equivalent

alignment and equal but opposite tilt schematically. In Fig. 14(a) the director is nearly homeo-

tropic, and we might expect the director to pass through the homeotropic orientation in the tran-

sition between the two regions, as shown. In Fig. 14(b), the director is nearly parallel to the

substrate plane, and the transition may occur with the director becoming parallel to the substrate

plane. In this case, the transition region will have increased birefringence whereas in the case

of Fig. 14(a) the birefringence will decrease to zero as the tilt reverses.
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CHAPTER 3

EFFECT OF SQUARE-WAVE GRATING PERIODICITY

ON LIQUID CRYSTAL ALIGNMENT

3.1 MAXIMUM PERIODICITY SQUARE-WAVE GRATING REQUIRED
FOR ALIGNMENT OF NEMATICS

Experiments were performed to determine the maximum period of a square-wave grating

which will produce alignment of nematic liquid crystals. All gratings were etched to a depth of

about 200 A. All substrates were fused quartz, but two substrates were overcoated with a

4200-A-thick layer of chemically vapor deposited (CVD) oxide (SiO.). Table II summarizes

the outcome of the experiments. Figures 16 to 20 show the alignment quality obtained with dif-

ferent periodicities and different liquid crystals.

The 3.8-4m-period grating appears to have the maximum periodicity capable of producing

good alignment of MBBA and the heptyl/butyl mixture. The results with 12- im-periodicity grat-
ings etched into fused quartz revealed two types of misalignment of the director: (a) a Schlieren

texture defect structure is visible and (b) the direction of alignment of the director in areas

which are reasonably uniformly oriented is consistently misaligned with the groove direction

by about Z0 *.

The 200 misalignment between the director and the groove direction is probably due to the

presence of nearly parallel scratches resulting from the polishing of the substrate. Experi-

ments showed that this misalignment is identical for MBBA and the heptyl/butyl mixture; thus,

the similar tilt angle that MBBA forms with the substrate is probably not correlated with the

angular misalignment observed here. Another experiment showed that the misalignment did

not depend on the direction from which the liquid crystal was flowed into the sandwich.

TABLE II

ALIGNMENT QUALITY OF LIQUID CRYSTAL LAYERS
50 pm THICK WITH GRATINGS OF VARYING PERIODICITIES

Grati ng
Period

(P m) MBBA Heptyl/Butyl Nematic M24 Smectic M24

0.32 Excellent Excellent Excellent Excellent

I Good N.A. N.A. N.A.

3.8 Good Fair N.A. N.A.

12 Poor; Poor; N.A. N.A.
consistently consistently
misaligned misol igned

12 Weakly aligned N.A. Weakly aligned Terrible;
(in CVD focal conics

i layer)

N.A. -experiment not performed.

25

__ A'





P240 -59

Fig. 17. Alignment of the heptyl/but.l mixture, fop right of photo shows alignment
between "smooth" quartz surfaces. Bottom left of photo shows alignment between
the same i2-im-period gratings used for Fig. 16. For maximum contrast (shlownI)
between the two regions, the grating direction was misaligned with the polarizer!

analYzer directions (shown by the cross hair).
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Fig. 20. Alignment of MBBA by 3.8-pm-period
gratings. (a) MBBA confined between gratings A

(left) and smooth surfaces (right) and (b) MBBA
confined between two gratings (note reverse tilt (0)
regions).

(b)

Surface anisotropy resulting from polishing scratches can be greatly reduced by depositing

a layer of some material on the substrate prior to forming the grating structure. Two quartz

substrates were coated with a 4200-A-thick layer of CVD oxide, and 200-A-deep square-wave

gratings were then etched into the CVD layer. The results, shown in Fig. 18, are similar to

those from the experiment where the grating was etched directly into the fused quartz, except

that the consistent 20 ° misalignment has been eliminated. In order to estimate the "average"

alignment direction in the presence of a Schlieren texture, a photodiode was used to integrate

the total light intensity over the microscope field as the sample stage was rotated. The sample

was rotated until the minimum light intensity was incident on the photodiode; the diode current

was measured using a digital voltmeter with a sampling resistor. At the minimum diode cur-

rent. the position of the stage was recorded. The photodiode was removed and the stage was

repositioned so that the grooves were aligned with the cross hair which indicates the polariza-

tion direction. The difference between this latter stage position and the previously recorded

position is a measure of the average angular misalignment between the director and the groove
2

direction. Observation of four microscopic fields (each of 5 mm area) indicated that the aver-

age director was -6 ° , -9 ° , +i0, and -9' from the groove direction. This shows that the CVD

coating has eliminated the consistent misalignment seen with the uncoated substrates, probably

by covering polishing scratches. Also, there is a strong bias toward alignment along the groove

direction with the i2- rm-period gratings even though the Schlieren texture interferes with uni-

directional alignment.
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Fig. -21. (a) S-tablte MlIMt\ text are
hI sanle area ar1ter heating to t 1s"

rotpic phase for' 30 4ec: (c)s I'le
area after heating to the isotrict
phase f'r 40 wuin.

Zki
(b)

cleaning procetdure describedl in Chap. 2. MBBIA was introduced into the sandwich in the isotropic

p)ha.se( anti then the sandwich was cooled to room temperature where the nun atic phase is stable.

Trh liquid crystal remained at room temperature for 110 min. before the photograph of Fig. 21(a)

was taken. Textures become quite stable after 1 to 2 hr, and they show little change if left for

sev eral daYs. The liquid c rystal wa-, heated and was kept in the isotropic phase for about 30 sec.

After returning to the nematic phase for 36 min. the photo of Fig. 21 (b) was taken. Note the

stiigsimilarities with Fig. 21 (a); essentially the same texture has formed. The liquid cryvs-

tal was then heated to the isotropic phase for 40 min. and was cooled to the nematic phase.

After the liquid crystal -;at in the nematic phase for 20 min.. the photo of l ig. 21 (c) was taken.

The main featlires of the texture are completely different from those of IFigs. 2 t(a) and (b).
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As a further test of the adsorption hypothesis, an experiment was performed to see if liq-

uid crystal layers aligned by strong electric fields will leave an aligned adsorbed layer which

can survive brief heating above the isotropic-nematic transition temperature. A sandwich of

two pieces of Corning 0211 glass separated by 50- 1 am-thick spacers was constructed. The

spacers were pieces of steel "feeler stock." and wires were connected to the spacers using sil-

ver paint. The straight edges of the spacers were aligned and were separated by a 1 -mm gap.

Thus, a voltage could be applied across the gap producing an electric field which lies nearly in

the plane of the glass substrates. The heptyl/butyl mixture, which has a large positive dielec-

tric anisotropy and tends to align along the electric field lines was usd in the sandwich.

Figure 22(a) showvs the liquid crystal layer in the nematic phase, before tile application of

any electric fields. [he texture is "random" and the average brightness (toes not change as the

layer is rotated heteen crossed polarizers. [here is no "preferred" orientation of the director.

X potential of I kV was then applied between the spacers for I hr. Figures 22(b) and (c) show

the laver after exposure to the field, which strongly aligned the bulk liquid crystal. The cross

hair in the photo shows the polarization directions of the polarizer and analyzer. In Fig. 22(b),

. . . . .

Fig. 22. (a) Texture of heptylibutvl
mixture befor', application of e.lect ric
field; (b) and (c) sam,. area after the
field was turned off. (hi and (c) show
two different orientations with re-
spect to the, microscope pol,' i7I,5rs.

A
tc)
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the electrode edges (the black field boundaries) are parallel to a cross-hair line, whereas in

Fig. 22(c) the electrode edges are at about 450 to the cross hairs. Note that the liquid crystal

layer looks darker in Fig. 22(b) than in (a), but that it is lighter in Fig. 22(c) than in (a). The

exposure time was identical for all three photos. This picture sequence shows that the director

has become appreciably aligned by the electric field. It should be noted that, first, the photos

were taken with the electric field turned off and that the alignment seems to persist indefinitely

after removal of the aligning field and, second, 30 sec. of heating to the isotropic phase does

not destroy the alignment effect. This indicates that an anisotropic layer of adsorbed molecules

was foryned during prolonged contact with the oriented nematic phase.

3.3 EFFECTS OF SQUARE-WAVE GRATINGS ON TIlE GROWTH
OF NEMATIC THIN FILMS - EXPLANATION OF MAXIMUM
PERIODICITY FOR GOOD ALIGNMENT

Other authors 0 -12 have derived formulas which estimate the energy per unit area re-

quired to misalign a nematic layer in contact with a grating structure. For instance, Berreman

calculates:

AF kltA2(2,,) (3-1)

The nematic director is assumed to lie tangent to the surface at all points. nF is the free

energy required to deform the liquid crystal from its undistorted state with the director lying

along the grooves to a state where the director is perpendicular to the groove direction but tan-

gent to the surface at all points on the surface. The grating is assumed to be sinusoidal, with

amplitude A and a period P. Two simplifying assumptions are needed to obtain this simple

analytical result. First, it is assumed that the three elastic constants of the liquid crystal are

equal which is not a very good assumption; k1 1 in Eq. (3-1 ) represents this single elastic con-

stant. Second, the director at the grating surface must be deformed only slightly from the uni-

form orientation parallel to the surface which exists some distance away from the surface in the

bulk liquid crystal. In other words, P must be much ogreater than A for the formula to be mean-

ingful. For square-wave gratings, the director would have a 90' bend at the top and bottom

corners of the gratings, and Berreman's solution becomes inapplicable.

Solving the nonlinear elastic continuum equation for the case of square-wave grating bound-

arv conditions is mathematically difficult, and may not prove particularly illuminating. Instead,

I will present some ideas here which at least give some insight into the alignment forces gen-

erated by a square-wave grating, though I will not attempt to solve the continuum elastic equation.

If the nematic director were forced to lie perpendicular to the groove direction and parallel

to the substrate surface everywhere on the surface, 900 discontinuities in the director orienta-

tion would occur at the top and bottom corners of the grooves. This represents an impulse in

the divergence of the director field at these corners. The distortion energy associated with such

discontinuities is infinite. %% e can conclude from this that no matter what the orientation of the

overlying nematic laver may be (at some distance from the surface), tremendous forces (limited

only b' the radius of curvature of the corners in the grating or by the fact that "tight binding"

of the surface layer cannot be assumed if the forces become excessive) keep the director point-

inR along the groove direction at the corners. Thus, the appropriate way to view the square-

wave Lrating alignment force is not in terms of the energy required to completely align the sur-

fa( e aver of the liquid crystal perpendicular to the grooves, which would be infinite. Instead,
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one can argue that the director is forced to lie along the grooves at the corners of the square

wave. but that it may be distorted as one moves away from the corners, as shown in Fig. Z3.

Note that the situation sketched in Fig. 23 looks very much like a cross-sectional view of a tun-

able birefringence cell, except that the director is constrained at line boundaries rather than

planes. The director is constrained at the equally spaced lines. but in between these lines the

liquid crystal can be distorted by surface Corces or bY electric fields. The magnitude of the

alignment force exerted by these line boundaries on the liquid crystal at the surface midway be-

tween the lines can be estimated by treating the line boundaries as planes. which makes the

problem one-dimensional and identical to the case of tunable birefringence or twisted nematic

cells.

The torque exerted bY the boundaries of a tunable birefringence cell on the liquid crystal in

the middle of the cell is proportional to the magnitude of the elastic constants and inversely pro-

portional to the cell thickness. Thus, the torque produced by the grating "corners" acting to

align the surface layer in between the corners will increase linearly with the grating spatial fre-

quency. The cutoff periodicity for alignment of the heptyl/butyl mixture is approximately 4 gim.

hut the spacing between "corners" is half of that, or 2 g.. This is roughly equivalent to saying

that the surface adsorption forces which can maintain misalignment are equivalent to forces re-

quired to deform the liquid crystal in the middle of a 2-gm-thick tunable birefringence cell. In
the literature we find that the voltage required to deform the liquid crystal in the center of a

12-4m-thick twisted nematic cell containing the heptyl/butyl mixture is about 2 V (Ref. 34). This

corresponds to an electric field of about 1.6 X 105 V/r. The field required for a 2-gLm-thick
5 6cell would be about 9.6 X 10 V/m. This compares surprisingly well with the 10 V/m required

to realign the adsorbed layer by means of an electric field in the experiment described in Sec.3.2.

This simplified view also suggests that with heptyl/butyl liquid crystal sandwiches greater than

about 2 gm thick, the torque exerted by the liquid crystal at one substrate may be inadequate to
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CHAPTER 4

APPLICATIONS OF PLANAR TECHNOLOGY TO LIQUID CRYSTAL ALIGNMENT

4.1 ALIGNMENT OF MBBA BY A GRATING PATTERN
IN AN ORGANIC MONOLAYER

In previous chapters I have discussed the mechanism by which surface relief structures

align liquid crystals. The relief structure in effect presents spatially varying boundary condi-

tions to the liquid crystal layer. Spatial variation in the boundary conditions could be achieved

in another manner. By changing the surface material which is in contact with the liquid crystal,

boundary conditions such as the tilt angle can be altered, as discussed in Chap.2. I will now

describe an experiment where a grating structure which had no appreciable surface relief but

presented spatially varying tilt boundary conditions was fabricated and used to align liquid

crystals.

Figure 24 illustrates the procedure used to produce the structure. Twelve-micrometer-

period square-wave gratings consisting of 300-A-thick chromium lines were fabricated on fused

11 i"a i,4818-11

CHROMIUMMASI :

'/,'(K',/, $. ,QUARTZ, /// 'I

COAT AND

CURE QUARTZ ,,,

fill 111i 11111

STRIP / // /0 /, / I/ / / / ,/

CHROMIUM /, QUARTZ / / /

Fig. 24. Procedure used to form patterned layers of I)MOAP.

quartz substrates. The substrates were coated with the silane coupling agent DMOAP and the

DMOAP layer was bonded to the substrate by a baking process (see Appendix A). The chromium

lines were then stripped in a chemical etchant, leaving a pattern of DMOAP lines alternating

with clean quartz lines. The DMOAP coating should be only a monolayer thick. 6 Thus, after

removal of the chromium no appreciable surface-relief structure exists. However, the liquid

crystal will prefer to align with a homeotropic orientation over the DMOAP-coated regions and

with a nearly parallel orientation over the clean quartz.

Figure 25 shows photos of an MBBA layer viewed orthoscopically between crossed polar-

izers. The layer is 50 fm thick and the top substrate is coated uniformly with DMOAPI while

the bottom substrate was prepared with a DMOAP grating pattern as described above. The area
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4.2 APPLICATION O1' SURFACE-RELIE F STRUCTURES FABRICATED
BY TilE PLANAR PROCESS TO LIQUID CRYSTAL, DiSPLAYS

The twisted nematic liquid crystal display is used commercially in such devices as wrist-

watches, calculators, and in other applications where display devices with low-cost, low-power

dissipation, low weight, and good readability in high ambient light levels are needed. The oper-

ation of twisted nematic displays has been described by several authors, 3 6 ' 3 7 but the basic prin-

ciples will be reviewed here.

Two transparent substrates are first coated with a thin layer of material, such as tin oxide,

which is a transparent conductor. The tin-oxide layer is then made anisotropic by unidirection-

ally rubbing with abrasives or by obliquely evaporating a thin silicon-monoxide layer on top of

it. The substrates will now produce unidirectional alignment of a nematic layer along the axis

of anisotropy and in the surface plane. The substrates are then assembled into a sandwich sim-

ilar to the one shown in Fig.3, except that the substrates are aligned so that the nematic direc-

tor orientation will be orthogonal at the two substrate surfaces, with a smooth twist of the di-

rector in the intervening bulk nematic. The sandwich is filled with a liquid crystal that has

positi-ve dielectric anisotropy. The substrates containing the twisted nematic layer are then

placed between crossed polarizers, with the nematic director at the substrate surfaces oriented

either parallel or perpendicular to the direction of polarization of the polarizers.

This structure can b, used as a light valve. iAght passing through the first polarizer be-

comes linearly pol:Y : ed and becomes either a pure ordinary or extraordinary wave upon enter-

ing the liquid crystal. For thick enough nematic layers, the twist of the director between top

and bottom surfaces takes place slowly enough so that the polarization of the light tends to

"follow" the twist, and the polarization of the incident light is rotated by 90'. For good rotation

the cell thickness must be much greater than X/An, where X is the wavelength of the light and

An is the birefringence of the liquid crystal. Thus, cell thicknesses of at least 10 im are usu-

ally required. The polarization tends to rotate because the phase velocities for the ordinary

and extraoLdinary waves are different, and with a slowly twisting layer, we have only weak cou-

pling between the two modes. In such a situation, where two weakly coupled modes are not

"phase matched," power transfer between the modes becomes very inefficient; this problem is

well known to those who use crystals for harmonic generation with lasers. Thus, power intro-

duced as an ordinary wave tends to remain an ordinary wave, but the direction of polarization

corresponding to the ordinary polarization varies with the twist in the liquid crystal. The light

which passes through the layer has been rotated in polarization, and consequently passes through

the second polarizer. Our light valve is "on" in the rest state.

If a voltage is applied between the tin-oxide layers, the liquid crystal director will tend to

point normal to the substrates, along the electric field lines. Light passing through the first

polarizer no longer sees a twisted nematic, and passes through the layer with little change in

polarization. This light is absorbed by the second polarizer, so the light valve is "off."
The structure shown in Fig.26 is a twisted nematic display of extraordinary simplicity fab-

ricated using submicrometer grating technology. Gold lines of 1000-A thickness and 3200-A

period were fabricated on two pieces of 225- 1 im-thick Corning 0211 glass. The pieces of glass

were assembled into a sandwich with the gold lines on the inside and with the substrates oriented

so that the gold lines were orthogonal. The sandwich was filled with the heptyl/butyl mixture.

The spacers kept the substrates 12 1im apart. The gold lines were interconnected at the edge of

the grating by a continuous gold film, and an aluminum foil contact was connected to the gold

layer of each substrate.
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Fig. 26. Twisted nematic liquid crystal display made with metallic
gratings. (a) Three-dimensional view and (b) cross-sectional view.

This very simple structure provides all the basic elements of a twisted nematic display.
First, the gold lines provide orthogonally oriented surface-relief structures which are effective
at aligning the liquid crystal. Second, since the grating consists of conducting parallel wires
spaced closer than the wavelength of visible light, it will act as an optical polarizer. The two
gratings constitute a pair of crossed polarizers, and they are automatically properly aligned

with the liquid crystal layer optic axis. Third, the spacing of the substrates is much greater
than the spacing of the gold lines. For low frequencies, the gold gratings act as conducting par-

allel plates since the fringing fields of the wires decay within a few thousand angstroms from the
surface. About 3 V were required to "cut off" the light transmission in this display.

TABLE III

GOLD GRATINGS PREPARED BY ION-BEAM ETCHING
700-A-THICK GOLD LAYER USING HOLOGRAPHICALLY

EXPOSED AZ-1350 RESIST MASK

Infrared Measurements:

Wavelength (pm) P

2.5 0.06

3.33 0.015

4.55 <0.0025

Visible Measurements:

P = 10 at a wavelength of 6328 ,

P polarization ratio = transmitted intensity for E parallel
to wires/transmission for E perpendicular.
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This novel method of making a twisted nematic display may have real advantages, in addi-

tion to demonstrating an interesting application of submicrometer grating technology. First,
the structure is very simple and has a minimum number of elements, so it could potentially be

made at extremely low cost. Second, metal grating polarizers are not subject to degradation

if exposed to extremes of temperature or humidity; the deterioration of conventional plastic

sheet polarizers in harsh environments has been a problem for liquid crystal display users.

A few comments should be made about the polarizing properties of metal gratings, though

a complete presentation of all the data which I have collected would represent a substantial di-

gression and is beyond the scope of this report. Hertz discovered in his early experiments with

radio waves that gratings of thin wires would polarize the radiation. Bird and Parrish3 8 have

produced wire grating polarizers which are effective in the near infrared, substantially extend-

ing the spectral range of wire grid polarizers. The theory of wire grating polarizers is re-

viewed in an article by Larsen. 3 9 '[he theory is simple for periodic arrays of perfectly conduc-

ting cylindrical wires whose diameters are much less than the grating period, and when the

grating period is much less than the wavelength of the radiation. Under these conditions almost

complete transmission through the grating can occur for a normally incident plane wave with its

electric field polarized perpendicular to the wires, whereas nearly complete reflection occurs

when the polarization is parallel to the wires.

Tables Ill and IV summarize the infrared and visible region performance of polarizers
which I fabricated. All polarizers consisted of 3200-A-period gratings of metal lines on 225-±m-

thick Corning 0211 glass substrates. The metal lines had widths which were about half of the

period and thicknesses ranging from 500 to 1000 A. Excellent polarization properties consistent

with the theory described above were obtained in the infrared. A Beckman IR-4250 spectropho-

tometer was used for the measurements; the light source was polarized either by using a Perkin-

Elmer wire grating polarizer or another one of my polarizers, with similar results.

In the visible part of the spectrum relatively poor performance and poor agreement with the
theory might be expected on several grounds: (a) The grating period used is no longer much less

TABLE IV

GRATINGS PREPARED BY LIFTOFF OF 9004 OF ALUMINUM
EVAPORATED OVER X-RAY EXPOSED GRATING IN PMMA

Infrared Measurements:

P < 0. 01 for wavelengths greater than 2.5 p m

Visible Measurements:

Wavelength (nm) P

800 0.16

700 0.19

600 0.24

500 0.68

P = polarization ratio = transmitted intensity for E parallel
to wires/transmission for E perpendicular.
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than the wavelength, (b) the wire diameter is not much less than the period, and (c) metals can

hardly be considered perfect conductors at optical frequencies. 'he yellow color of gold Indi-

cates that its reflectivity is frequency dependent, and gold is only about 87 percent reflective (at

6328 A), vs 100 percent for a perfect conductor. Alkali metals become transparent in the near

UV as the plasma frequency of the conduction electrons is exceeded. In short, metals are hardly

classical conductors at optical frequencies and the simple theory of wire grating polarizers may

not apply.

Aluminum gratings fabricated by liftoff behaved as expected, producing a weakly polarized

beam, and transmitting more light polarized perpendicular to the wires. A very surprising re-

sult was obtained with the gold gratings in the visible region. LAght was strongly polarized by

the grating, and the polarizing effect was opposite from that predicted by the theory. More light

polarized parallel to the wires is transmitted than light polarized perpendicular. Fable V gives

some further data on the optical properties of gold grating polarizers.

The performance of liquid crystal displays with grating optical polarizers is limited by the
contrast ratio that can be obtained with the polarizers. Using the gold gratings, which exhibit

unexpectedly good polarizing properties, contrast ratios of 10:1 between the "on" and "off" states

have been obtained for liquid crystal displays used as light valves. The performance of the po-

larizers might be improved if gratings of finer spatial periods were produced.

TABLE V

TRANSMISSION AND REFLECTION OF HELIUM-NEON LASER
LIGHT FOR 3200-A-PERIOD GOLD GRATING POLARIZERS

Transmitted Reflected
Power Power

(percent) (percent)

E parallel
to grating lines 22 58

E perpendicular
to grating lines 2.2 71

No grating,
continuous film 0.46 86

Wavelength of light is 6328 A.
Plane wave arrives at 0.9 ° from normal incidence.
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CHAPTER 5

THE FUTURE

5.1 SUGGESTIONS FOR FURTHER WORK

This report has only begun to explore the possibilities opened by the ability to control liquid
crystal thin film orientation using well-controlled surface structures. Submicrometer-period

gratings produce high-quality, stable, unidirectional alignment of nematic phases. Smectic A

phases can be aligned with fewer defects by 3200-A-period square-wave gratings than by other
current surface treatment methods. Though submicrometer periodicity gratings are not required

for alignment of nematic phases, the alignment quality improves radically as submicrometer

dimensions are approached.

Further work is clearly needed to understand fully the properties of wire grating polarizers
in the visible part of the spectrum and to improve their characteristics.

Using a "planar" fabrication method, as described in this report, it should be possible to
produce complex patterns of liquid crystal alignment at will. A very exciting possibility is that

patterns of alignment produced in nematic liquids might be "frozen in" to a solid phase. Nematic
MBBA can be quenched by rapid cooling to liquid nitrogen temperatures into a glassy phase which

40-42 42
retains the nematic ordering. Kessler and Raynes present evidence that a twisted nematic
layer oriented by rubbed surfaces retains its ordering when cooled to a glassy phase. These
authors used liquid crystals with room-temperature nematic phases. The glassy phase is meta-

stable and converts spontaneously to the crystalline state at a temperature below the melting
point of the crystal. If glassy phases could be produced from nematic liquid crystals whose
melting points are substantially higher than room temperature, it would be possible to produce

useful solids with nematic ordering which are stable at room temperature. Surface structures

would be used to orient the high-temperature nematic phase in the desired manner before quench-
ing to room temperature. A twisted nematic solid glass layer produced in such a manner would

provide a low-cost optical component capable of efficient 90 ° polarization rotation. Other ap-

plications can be envisioned.

This represents only the first step toward engineering the structure of solid or liquid organic

layers.
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APPENDIX A

FABRICATION TECHNIQUES

A.! PLANAR FABRICATION TECHNIQUES FOR SURFACE GRATINGS

The majority of the techniques used to fabricate the surface gratings for these experiments

have been described elsewhere. In his PhD. thesis Flanders 5 describes holographic exposure,

X-ray exposure, liftoff, and reactive-ion etching techniques currently used at M.I.T. Lincoln

Laboratory. A recent article 4 3 also provides fabrication information for submicrometer peri-

odicity gratings. The reader is referred to these sources for background information on micro-
fabrication methods.

The 3Z00-A-period square-wave gratings etched into fused quartz were prepared by the

process illustrated schematically in Fig. A-1, and described in detail in Ref. 43. All quartz sub-

strates used in these experiments were Optosil 2* they had a commercial-grade polish which

typically corresponds to a surface roughness of <1 g-in. Cerium oxide on a felt lap was used

for polishing.

I--14539-2
MASK PATTERN
GENERATION

X-RAY M SK ... - -OLOGRAPHIC
LITHOGRAPHY

RADIATION
SENSITIVE
POLYMER

PATTERN
SUBSTRATE REPLICATION-

X-RAY
LITHOGRAPHY

CHROMIUM---

ETCHING MASK

CHROMIUMDEFINI TION-

PATTERN LIFTOFF

t I ETCHING-

REACT IV E-ION
ETCHING

COMPLETED
S TRU C 'URE

ETCH MASK REMOVAL
AND CLEANING -

CHEMICAL ETCH
AND UV/OZONE

Fig. A-1. Fabrication process for 3200-A-period gratings.

Cu-L soft X-ray lithography was used to expose 3200-A-period gratings in a layer of poly-

methyl methacrylate (PMMA) on the fused quartz. This produces a grating in the PMMA resist

with smooth, vertical sidewalls suitable for liftoff. 200 A of chromium was evaporated onto the

*Optosil 2, Amersil, Inc., Sayreville, New Jersey.
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substrates at norlciti incidence. "l.ifttol'" was then perf,,r ed dy (ils(Ilin2g the 1'\ \I in fil-i -

benzene. The grating of chroniurIn lines was then used as an etch wama-k duriti r'a t.- .i c -

etching 4 4 ,4 of the quartz in ('11F'3 gas. The total etching time wa., I nim.. which prodiucs all

etch depth of about 200 A in our systern. After reactive-ion etching, th substrates we.r,

I V/ozone cleaned and the chromium was removed using Kodak chromium itch.' The hro-

nium is very difficult to remove after the reactive-ion etching, and t V/ozone cleaning is . ,-ecde

to improve the etch, rate of the comium and insure complete removal ot the mask.

I.O

Fig. A-2. Grating t3200-A-period) etched into silicon dioxide
which was grown by thermal oxidation of a silicon wafer.

Figure A-Z shows a 3200--\-period square-wave grating etched in fused quartz using the

fabrication techniques described above. However, this sample was etched to a greater depth to

facilitate viewing in the scanning electron microscope (SEM). Note that straight, nearly verti-
cal sid ewalls are obtained by reactive-ion etching. Measurements from SE 7 photos show that

the sidewalls arc within 6' of the vertical. Good-quality square-wave gratings with subinicro-

meter periods cannot be obtained by aqueous chemical etching because the etching process is

isotropic and tends to undercut the rrask while etching into the substrate, producing sloped side-

walls. Ion-beam etching is highly directional and does not produce undercutting; however, re-

deposit onto the sidewalls of substrate material dislodged by the ion beam degrades the etch

profile. No attempts have been made to align liquid crystals using gratings etched by aqueous

chemi( al or ion-bearn etching. Such experiments would he very interesting, however.

IReactive-ion etching produces highly directional etching and is free of problems of rede-
posit of material removed from the substrate. Furthermore, the ratio between the etch rate of

the quartz and the etch rate of the chromium mask is greater than for ion-beam etching. This

reduces the thickness of the mask required to etch to a specified depth without problems from

faceting of the mask caused by the ion-bombardinent. Reactive-ion etching is performed in a
standard MIRZ sputtering system. The substrates are placed on a quartz plate on top of the

4 Formula suggested by Kodak for etching chromium plates. 1(4.5 g eerie ammonium nitrate
and 43 ml perchloric acid; add deionized water to make I liter.

Materials Research Corporation.
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RVIl electrode of the svsteni. This electrodie "Sehf-liases' to a l)( potenti a a t'ew htmndred % olts

negativ'e wtith respecet to the plasmia in) tile chamber. toni-bolotardient oft thle sibhst rat.'s at flea rl

nornm incidence Takes place. The reactive -ionl etching process appeairs to involve chetnical re -

actions %with reactive specie~s generated i:i the (Ill3 plasmia. proticing a volatile reaiction p~ro-

duoct which (toes not redeposit. Fuirthermiore, tile reaction rates :ire vreat lv increased in the

regions, exposedl to jon-hbotnlardlnent. Reart ive -ion etching is a keY step for prodUcing squtare -

wave gratings with sharp corne rs and vertical sidlexal Is itt a sed quart z soibst rate-.

Thle gratings of I1 3.8- .arnd 12 - wa periodicity Weret! all p~rodUCed by rect(ivc- ion C(fing

using a chromiumo mask. mh iiethod of generating the omask was sum ewhat different in these

cases, however. Clean quartz substrates Were first coated with 300 A\ of chromium, using ele-

troni beami evapo ration. For the -wtn- periuot gratings, the chromiiium was covered with 1000A

of AZ- I 3r50J photoresist which was then exposed usiiig holographic lithography (argon laser,

wavelength = 4579 A\, beams inc idet it 13. 4' from the substrate normal). F-or the 3.8- and

I 2-4ni gratings, the chromium was covered with 5000 .\of AZ- I 350B3 resist; grating paitterns
45

were then exposed using conformable photom-ask lithography. The photonlasks were replicas

of mtasters generated using a Mlann 1600 pattern generator and] a %Mann 1795 photorepeater.

After exposure and developnient of the photoresist, the chromium layer was etched for

20 sec in Kodak chromiuni etch. The resist was then stripped hy rinsing the substrates in

acetone.

After' reactive-ion etching and chromium mask removal, all substrates wvere cleaned using

the standard procedure described in Chap. 2.

A.Z DMOAP COATING OF SUf3STIRATE--S

The procedure used to coat substrates 'with a nionolayer of DMOAP* was developed by

Kahn. 1 , 6 It is reproduced here:

(a) M1ix up a 01,solution, by volunie, of VMAIP in deionized water.

(b) Immerse the substrates to be coated in the solution for 5 min. Maintain

gentle agitation.

(c) Riemove the substrates and rinse under flowing room-temperature deion-

ized water for I to 2 min. to remove excess DMO1AI-. The substrates

should now be very poorly wetted by water.

(d) Blow dry substrates with dry nitrogen.

(e) Bake the substrates at 110* for 1 hr.

DMVOAP is N, N- dim ethyl -N-octadecyl - 3- amninopropyltrimethoxysi lyl chloride; available from
Dow Corning, Midland, Michigan, as silane XZ-ZZ30.
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Light which is polarized perpendic ular to the optic axi tthe x di rection) will produce only

ant ordinary wave in the liquid crYstal laverc. L ight polarcized iii the directioni of the optic axis

projection on the substrate plane ( the v di rectu tin %%II produce onlY ant extraordinary wave. In

either case, light incident oil the liquid c r-stat will remtani linearly, polarized in the same direc -

tion after passing through Lfie laver, and will he absorbed by the ( rossed analyzer, resulting in

a dark fieldl of view.

F-or light which is not polarized perpendticular to the optic axis or parallel to its projection,

btoth an ordinary and extraoi-dina-v wa, e will be prodluced. [lie ordinary k-vector magnitude is

Kk Ii toi-
0

and the vxtu-aorirar wav k -v ctor iinagritivk is

k1 f i 1-2)
0

whe-re A, is the. wave length of the light w avc iii free spa ce. and nt is the ordinary index of the

nI(icjitirr. n - n(0) is tl. .- f-.ctiv,' xit.ordinar in dex, %IA hr

22

it silt I) - it "o s 0
11 0

arnd it i,, the extraorliiarx Index of the mediunm.
e

In the case where both ordinary and extraordinary waves exist, the light wave leaving the

niedirini will lia~ ( thet samet polarization as the incident wave only if the ordinary and extra-

orli na c w a.es remnain rit phase. [hat is, we require

k (I k .1 Zrin (13-4)
C 0

where In is anl integer. Iis is equivalent to

0

Ilor white light. where a continuous range of values of A 0 xists, Eq. (13-5) cannot be satisfied

sinnnltarieouslv at all wavelengths, except if n =n 0. n = n 0implies either (a) the medium is

isotropi. orM- (b) 0 10' that is the liquid crystal layer is horneotropic.

Hibus, orthoscopic examnratiorn with white light of liquid crystal layers between crossed

polarizers has; the followirng properties:

a, ( If the layver is isotropic or homeotropic, the extraordinary wave is

ilegenrn t andI the laver will raeppear (lark for all rotations of the

samiple iii the x -v plane.

(h If 0 1'0' , then the laverc will appear dark only when the incident

polariuzation is pe rperndicular to the nematic di rector or parallel to

its projectiorn out thet \ -v s ubst rate) pla ne.

i If dI is small or It ri is small or, the liquid crystal is nearly home-

otropic, inte rfe rence c'dors will be observed. Fhe progression of

olocs obser -ed ( n be fourtii tables sin-b as urn Ref. 46.
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(d) If the nematic director is niot uniformly oriented (but does not undergo

a twist between the upper and lower substrates), then black lines will

be visible in the niematic lavyer showing all regions where the director

projection is parallel or perpendicular to the incident polarization.

l'hus, the nematic director orientation is easily visualized using this

technique.

(e) If the liquid crystal director twists between the upper and lower sub-

strates, there will not be any orientation of the sample in the x-y

plane for which the incident white light remains linearly polarized

without undergoing a rotation of the polarization direction. The sam-

ple will never appear dark between crossed polarizers, but if the

angle between the polarizer and analyzer is adjusted, pronounced nulls

in the transmission car be obtained. Thus twist is easily detected.

B.2 'TIIT-ANGLE ESTIMATES USING WEDGE-SItAPED NEMATIC LAYERS

If one spacer is removed from the liquid crystal sandwich shown in Fig. 3 of Chap. 2, a

liquid crystal layer of linearly varying thickness will be formed. The thickness change is typi-

cally 50 4m over a distance of about 2 cm, which corresponds to a 0.14 ° tilt between the sub-

strates. Thus, the substrate planes remain essentially parallel, and the effect of the tilt of

the substrates on the alignment of the liquid crystal can be neglected.

If a beam of monochromatic light passes through the nematic layer at normal incidence as

in Fig. B-1, and if the incident polarization is at 45' to the y axis, then both an ordinary and

an extraordinary wave will be excited in the liquid crystal. As discussed in Sec. B. 1 of this

appendix, the liquid crystal layer will appear black only when

(n - no

t(x, y). m (B-6)
0

where tix, v) is the thickness of the layer.

With a linear thickness variation, equally spaced black fringes will occur when Eq. (B-6) is

satisfied.

I'he effective birefringence, n no, which is a function of the tilt angle is easily determined

if the spacing between the dark fringes is measured

o

An z 0 o SI (B-7)
o-SAP

where

S = slope between substrates,

= spacer thickness/length of wedge, and

At = spacing between fringes.

It turns out that this method has already been proposed by laller et al.4 7 for birefringence mea-

surements and gives excellent results.
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Once the effective birefringence is known, the iai u lation of tile tilt angle is straightforward.

Lsing Eq. iB-3) we get

0 cOs- [ i Ali) n I

lln . 1 n0 ) (n C --n)-

The refractive indices of the liquid c ry'stal must be known' to coompute the, tilt fron the effec -

tive birefringence. The refractive indices for MBlA have been measured, but their exact alues

depend on the order parameter of the liquid crystal, and thus on the difference between room

temperature and the transition temperature of tie liquidi crvstal. As the transition temperature

is approached the order parameter decreases, and tie birefringence decreases, due to a steadY

increase of the ordinary index and a de( rease in the extraordinary index. TIle purity of M\IA

affects its transition temperature. Exposure to air causes decomposition products to form due

to reactions with water vapor, and the transition temperature usually drops slowly with time.

\. ereas pure l.IBBA has a transition temperature of 46 C, a sample which has been exposed to

air for prolonged periods might have a transition temperature as low as 40 ('. Therefore, the

room-temperature values of tile indices depend on the liquid crystal purity. Rleference 47 gives

the birefringence of MIBA as a function of TNI F. At room temperature the birefringence is

not very sensitive to tile transition temperature, since the difference in temperatures is reason-

ably large. 'he values for the indices given in Appendix C represent reasonable nominal values.

Greater accuracy in tile tilt mneasurement requires that the transition temperature be measured

for each sample.

One advantage of this "wedge" teclnique is that fringes will be observed even if the liquid

crystal layer is not unidirectionally aligned. If many randomnly oriented domains of equal tilt

are present, distinct fringes will be seen. Thus, the tilt angle of the liquid crystal can even be

estimated when it is confined between smooth surfaces in which case it may be poorly aligned.

Furthermore, if the fringes are continuous and straight as they pass from one region of the

liquid crystal to another, then we can conclude that the tilt angle is identical in the two regions.
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B.3 c'ONOS('tIc "I''C'IINIQUES [SING P01AIIZI) I(I IT

I'he nematic layer can be examined in a microscope cortoscopically instead of orthoscop-

ically by using the lertrand lens of the microscope. W%'ith the liertranld lens in place the viewer

sees a magnified image of a plane a distance f behind the objective lens, where f is the focal
length of the objective. ['he object to be studied inematic layer) is immediately in front of the

objective.

It is easy to understand this arrangement. If the objective lens has one focal plane a dis-
tance f behind the objective, the other focal plane must be at infinity in front of the objective.

The system is a telescope. Figure H-2 gives further information; it can be seen that a point at
infinity will produce a point on the back focal plane. Ilowe\er, a point at infinity is equivalent

to a plane wave with some angle of incidence, 0. [iUtiS, our conoscopic image is nothing more
than a plot of the intensities of all plane waves entering the objective plotted vs angle of inci -

dence. The point in the center of the field corresponds to a normally incident plane wave, while

any ring about the center corresponds to the cone of possible rays with a given incidence angle.
This arrangement also allows the viewer to see an approximate Fourier transform of the

transmissi\ity, Tx, y), of an object in front of the objective, if the object is illunidnatcd Irom

behind with a monochromatic normally incident plane wave. lIis is shown byi Fig. 11-3. which

is the conoscopic image of a .8- 1 ±m-period square-wave transmission grating. consisti:g of

chromium lines on glass; the illumination is a well-collimated heam from a sodium lamp

15890 X). Note that Fig. 11-3 looks very similar to the two-dimensional F-ourier transform of

a two-dimensional square-wave intensity pattern, namely, a one-dimensional train of impulses
whose intensities decay with increasing magnitude of the spatial frequeItcV .as (1 'k) (sir i  ',.

T'he bright center spot corresponds to zero spatial freqiictuy.

It is quite easy to see that the conoscopic image is in fact an approximate -ourier trans-
form as described above. First, assume that over the two-dimensional Obect plane tx-\ tile
electromagnetic field amplitude can be represented by a scalar value; simple Fourier ofti,'s.
which arises from scalar diffraction theory, ignores the polarization of light. Tihus, the

Fig. B3-i. 3.8-jim-period grating viewed
conoscopically. Illumination is at normal
incidence, and is monochromatic.
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amplitude in the plane z 0 is u(x, y) which can obviously be represented by its Fourier trans-

form U(kx.k ):

u(x, y) U(kx, k y) expfik x + ikyy] dk x dky (B-9)

Now, if we consider a set of all possible plane waves, propagating or evanescent, which "propa-

gate" in the +z direction, we find that we can represent the field throughout all space as:

U(x, y, z) = a(kx, ky ) exp[ikxx + ikyy + ik zz dk x dky (B-tO)

which reduces to Eq. (B-9) at z = 0, if a(k x , k y) = U(k x , k y). In other words, the field amplitude

at any plane in space is representable by a superposition of plane waves of identical frequency,

but different propagation directions, determined by kx , ky, and k z . Furthermore, the ampli-

tude of a plane wave with a given propagation direction corresponds to the amplitude of a specific

Iourier component. Thus, our conoscopic plane, which is a plot of the intensities of plane

waves of varying angles is also a plot of the magnitude of Fourier components.

A few details should be clarified, however. We observe the Fourier transform of an object

if we can produce a field amplitude which is identical to its transmissivity. This is equivalent

to assuming that our normally incident plane which has a constant amplitude E in the z = 0 plane

will pass through our object and produce a field amplitude U(x, y) = T(x, y) E. This is only an

approximation, which tends to be valid if the apertures in the object have dimensions somewhat

larger than the wavelength of the light. Furthermore, the only observable Fourier components

are those which do not correspond to evanescent waves; that is, k z is real, where

k =k -k' - k 2  and k (B-11)
z x y -

There was some doubt as to whether the specified numerical aperture of the objective lens

(NA = 0.65) was indeed correct. Here, the Fourier representation proves particularly useful.

Recognizing that we observe a Fourier transform of the grating, we expect components (for a

grating periodic in x) with

21rkx  m( - )  (B-12)

where m is an integer, and P is the grating period.

The angles of incidence of the waves corresponding to these components are at:

0k = i-I sin1 (22) -(B-13)

The 4th harmonic has an angle of incidence ed = 38 ° , while the 5th has 0 d = 51'. Six har-

monics have propagating waves. However, the objective only accepts waves within the half

angle given by:

0 A = sin- (NA) (B-14)
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0A 0.5* for our objective, so the 5th and 6th harmonics should not be observed. In fact,

Fig. 13-3 reveals 9 spots corresponding to the -4th to +4th harmonics. ['his is direct evidence

that the acceptance half angle of the objective is between 38' arid 51 °.

The above treatment of conoscopy as a Fourier analysis process represents a slight di-

gression, but conventional treatments of conoscopy do not touch on this highly useful topic.

('onoscopic use of a microscope may prove very useful for examining periodic structures such

as gratings.

When liquid crystals are examined conoscopically, a layer of uniform thickness and uni-

directional optic axis orientation is placed between crossed polarizers. The sample is rotated

s., that the incident linearly polarized wave excites both ordinary and extraordinary waves in

the liquid crystal. Furthermore, a high numerical aperture condenser is used to provide illu-

mination with plane waves propagating in all directions through the layer.

Rays which pass through the liquid crystal layer in different directions form different

angles with the optic axis, so the effective birefringence varies continuously with the angle of

incidence. Since crossed polarizers are used, the birefringence information will be encoded

as intensity information. The conoscopic figure represents graphically the phase lag between

the ordinary and extraordinary waves as a function of incidence angle for a plane wave.

Figure B-4 illustrates conoscopic figures which were observed with a nematic liquid crystal

layer. In Fig. B-4(a) the optic axis is perpendicular to the plane of the nematic layer. The

pattern is concentric since the liquid crystal is symmetric about the optic axis. The center of

the field is black because the ordinary and extraordinary waves are degenerate for a ray prop-

agating along the optic axis. The black cross appears because only an ordinary or an extra-

ordinary wave is excited for those angles of incidence.

Figure B-4(b) is the conoscopic pattern obtained when the optic axis is slightly tilted from

the normal to the nematic layer. Figure B-4(c) is typical of the pattern seen for a wide range

of tilts of the optic axis. Figure B-4(d) corresponds to the case where the optic axis is nearly

parallel to the plane of the nematic layer. Finally, Fig. B-4(e) is the conoscopic figure when

the optic axis lies in the layer.IOne great feature of the conoscopic technique is that one can rapidly distinguish between

perpendicular, parallel, and tilted alignments of the nematic director. The shape of the cono-

scopic figure tells us this without needing to know the ordinary or extraordinary refractive

indices. Furthermore, for tilted alignments of the nematic director [see Figs. B-4(b) to (d)],

a unique axis of symmetry exists in the pattern, and this must correspond to the direction of

the nematic director projection on the plane of the layer. At least one serious disadvantage of

conoscopy is that it is not very useful for poorly aligned nematic layers; if regions of equal tilt

but different alignment direction are within the field of view of the objective, the conoscopic

pattern may not be recognizable; in contrast, technique B.2 of this appendix may be quite

effective.

Though a glance at the conoscopic pattern provides qualitative information about the tilt,

quantitative information is also necessary. Specifically, the following questions arise:

(a) Most tilt angles of the director produce a pattern similar to the one in

Fig. B-4(c). Over what range of tilt angles is this pattern observed?

(an a tilt estimate be made by counting the number of fringes ?
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(a) (b)

(C) (d)

Fig. B-4. (onoscopic photos of an 113A layer which displaYs many tilt angles.
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(b) In Fig. B-4(e) two axes of symmetry exist and the number of fringes

intersected by each axis is different. Is it possible to determine which

of the two directions is the nematic director orientation by counting

fringes ?

It is, in fact, possible to examine the fringe patterns quantitatively. It must be stressed

that tilt-angle estimation by counting conoscopic fringes does require that the refractive indices

of the liquid crystal be known, and this technique is subject to the limitations discussed in

Sec. B.2 of this appendix.

A computer program, CONOS3, was created to calculate the phase shift between the ordi-

nary and extraordinary waves for rays of varying angles of incidence, and for a specified tilt

of the optic axis from the normal to the nematic layer. The phase lag values are calculated

only for rays whose plane of incidence is the plane formed by the normal to the layer and the

optic axis; this corresponds to examining the fringe pattern along the axis of symmetry seen in

Figs. B-4(b), (c), and (d). Figure B-5 is a sketch of the situation. The layer has a thickness d,

the optic axis tilts at an angle * from the normal (note, the tilt angle is 90 - fIl), and the incident

ray forms an angle e. with the normal. For simplicity I assume that the nematic slab is bounded

by air; the presence of glass substrates on both sides of the layer does not affect the computation.

AIR

d " LIQUID CRYSTAL

i AIROPTIC

AXISDIRECTION

Fig. B-5. Definition of angles used in conoscopic calculations.

The incident plane wave divides into ordinary and extraordinary waves upon entering the

liquid crystal, and Snell's law must be applied separately to each wave:

sine.
sin0e n(B-15)

sin 0.
sine = - (n(-16)0 n

where 0e is the angle from the slab normal for the extraordinary k-vector, and 0 is the angle

formed by the ordinary k-vector and the normal to the layer.
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TABLE B-I

ANGLE PI'ASE LAC EXT ANGLE ORD ANGLE FXT INDEX

-42 3.18074 -24.9732 -25.5576 1.584P8
-40 2.91324 -23.96F7 -24.4F37 1.5823
-38 2.65312 -22.9374 -23.3873 1.57973
-36 2.40111 -21.P806 -22.27 1.57721
-34 2.15F31 -20.7996 -21.1332 1.57474
-32 1.92556 -19.695 -19.9782 1.57234
-30 1.70369 -18.5704 -19.8065 1.57001
-28 1.49302 -17.4246 -17.6192 1.56777
-26 1.29447 -16.2599 -16.4177 1.56563
-24 1.10865 -15.0776 -15.2031 1.56361

-22 .935745 -13.8789 -13.c766 1.5617
-20 .776529 -12.6652 -12.7393 1.55992
-18 .631237 -11.4379 -11.4924 1.55829

-16 .500441 -10.19A2 -10.2367 1.556P
-14 .384331 -8.94751 -P.97351 1.55547
-12 .283003 -7.68721 -7.70368 1.5543
-10 .196886 -6.41866 -6.42824 1.5533
-8 .126171 -5.14321 -5.14814 1.55248

-6 7.10964E-02 -3.86224 -3.86433 1.55184
-4 3.15666F-02 -2.57713 -2.57775 1.55137
-2 7.9631SF-n3 -1.28926 -1.28934 1.55109
0 0 1 0 1.551
2 7.96318-03 1.28926 1.2P934 1.55109
4 3.15666F-02 2.57713 2.57775 1.55137
6 7.10964r-02 3.86224 3.86433 1.55184
8 .126171 5.14321 5.14P14 1.55248

10 .196S86 6.41866 6.42824 1.5533
12 .283003 7.68721 7.70368 1.5543
14 .384331 8.94751 8.97351 1.55547

16 .500441 10.1982 10.2367 1.556S
18 .631237 11.4379 11.4924 1.55829
20 .776529 12.6C52 12.7393 1.55992
22 .935745 13.8789 13.0766 1.5617
24 1.10F65 15.0776 15.2031 1.56361
26 1.29447 16.2599 16.4177 1.56563
28 1.49302 17.4246 17.6192 1.56777
30 1.70369 18.5704 18.P065 1.57001
52 1.92556 19.6959 19.9782 1.57234
34 2.15,31 20.7996 21.1332 1.57474
3 2.40111 21.8806 22.27 1.57721

2.65312 22.9374 23.3873 1.57973
-.91324 23.9687 24.4F37 1.5823

'2 3.18074 24.9732 25.5576 1.58488
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4 For the extraordinary wave, n is itself a function of e as given by Eq. (B-3) where 0 is
e

replaced by (0e - fl. Substituting Eq. (B-3) into (B-15), we get:

2 n2 sin2e

sin 2 0 oe e(1-7
.2 n

ne cos (0 + cn o (sine 
B-17)e  e e

After a bit of algebra, we get:

e tan - L A: L-_M (13-18)

2 Z 2(n -n )sin 0 .cos ', sin*
Le 0 . . I 1-9

2 2 2 2 sin2 n2 (-19)L [sn 0i~u cs +e o e

sin 2 0 (n2 cos 2 I, + n2 sin2  , )
M 2 2 2 2 2 _ 2 2 (1-20)[sin e(n cos * + ne  sin o ne

Now, knowing the propagation direction, it is easy to get the effective extraordinary index:

2 22 no ne
n = 2 2 n o)n+en2 2 (13-21)

ne cos (0e - o)+n sin (0 e )

Now, the phase difference (in cycles) between the ordinary and extraordinary waves after passing

through the layer is:
i

q(z-(k - k )d21r ze zo

or

d (n cosOe -n o cos) . (B-22)

The expressions above were evaluated for different values of 4, and 0. using CONOS3.

Tables B-1 to -Ill are for 4, = 0, 67', and 80', respectively. The acceptance half angle of the

microscope objective in air is 40.5', so the tables represent the width of the conoscopic field.

The computations are for a spacer thickness of 50 I m, A = 5890 A, and the values of n and ne

for MBBA (see Appendix C) were used. The column labeled PHASE LAG represents the number

of cycles of phase shift [q of Eq. (B-22)] between the extraordinary and the ordinary waves after

traversing the slab. Integer values of phase lag correspond to the centers of black conoscopic

fringes.

Table B-I predicts that a 50-rim-thick layer of homeotropically oriented MBBA should pro-

duce a conoscopic pattern with 2 distinct black rings and with a 3rd ring just beyond the field

edge. Figure B-6 shows the observed conoscopic figure; the agreement with the calculations is

quite good.

Table B-I is calculated for ' 670, which corresponds to a 23' tilt of the optic axis from

the substrate plane. Twelve black fringes are expected. Figure 6(a) (of Chap. 2) is a conoscopic

figure for MBBA on fused quartz, where the tilt angle was estimated to be 23 ° using another

method. Note that 12 fringes are visible. In contrast, the program would predict 11 fringes for

a tilt of 20' or 15 fringes for a 45' tilt.

59

__ " --..... .... .... ....... ..1 ,...." , ... .. , ,.. .. ................... .U.,"=i :-



TABLE B-Il

ANGLE PIIASE LAG FXT ANCLE OP.D ANrLF EXT INDEX
-42 20.8677 -22.1341 -25.5,7, ).77S)4
-40 20.6944 -21.2721 -24.4F37 1.77'7)
-38 20.513 -20.2903 -23.3873 1.7753F
-36 20.3237 -19.3398 -22.27 1.774F7

-34 20.1264 -IS.3716 -21.1332 1.7742
-32 19.9211 -17.3868 -19.97F2 1.77336
-30 19.708 -16.3963 -18.8065 1.77235
-28 19.4,86 -15.3709 -17.6192 1.77115
-26 19.258 -14.3414 -16.4177 1.76077
-24 19.0214 -13.2987 -15.2031 1.76f21
-22 18.777 -12.2435 -13.9766 1.76645

-20 18.5252 -11.1765 -12.7393 1.76451
-18 18.2662 -10.0985 -11.4924 1.7623S
-16 18.0001 -9.00995 -19.2367 1.76n07
-14 17.7268 -7.91163 -8.97351 1.75757

-12 17.4469 -6.80414 -7.70368 1.75489
-10 17.1605 -5.6F808 -6.42F24 1.75293
-8 16.8679 -4.56403 -5.14P14 1.7409
-6 16.5694 -3.4326 -3.P6433 1.74579
-4 16.2653 -2.29439 -2.57775 1.74243
-2 15.9559 -1.1499F -1.2F934 1.73S92
0 15.6417 0 0 1.7352t,
2 15.3229 1.15494 1.2FQ3 4  1.73146
4 15. 2.31418 2.57175 1.72754
6 14.6733 3.47706 3.S6433 1.7235

8 14.3434 4.64289 5.14814 1.71935
10 14.0105 5.81094 6.42t24 1.71511

12 13.6754 6.'0843 7.7036F 1.71078
14 13.3383 8.15057 8.97351 1.7063F

16 12.9998 9.32049 10.2367 1.70192
18 12.6605 10.4P93 11.4024 1.69741

20 12.3209 11.656 12.7393 1.69297
22 11.9816 12.8106 13.q766 1.6FS3l
24 11.643 13.97q1 15.2031 1.6F374
26 11.3058 15.1332 16.4177 1.67917
28 10.9706 16.2807 17.612 1.67463
30 10.6379 17.42(,4 1F.8065 1.670i1
32 10.3082 18.5509 19.9782 1.66564
34 9.98259 19.6707 21.1332 1.66123
36 9.6612 20.7784 22.27 1.6568s
38 9.34477 21.S722 23.3P73 1.65261
40 9.03401 22.9505 24.4837 1.64F44
42 F.72955 24.0116 25.5576 1.64437
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TABLE B-Ill

AFCLE PIASE LAG EXT ANGLE ORD ANGLE EXT TI':EX
-42 19.7361 -22.2973 -25.5576 1.7636
-40 19.7518 -21.3525 -24.4837 1.76539
-38 19.7615 -20.3P98 -23.3873 1.76708
-36 19.7644 -19.4105 -22.27 1.76866
-34 19.7603 -18.4156 -21.1332 1.77011
-32 19.7489 -17.4064 -19.9782 1.77143
-30 19.73 -16.3839 -18.8065 1.77259
-28 19.7029 -15.3491 -17.0192 1.7736
-26 19.6677 -14.3028 -16.4177 1.77445
-24 19.6241 -13.246 -15.2n31 1.77512
-22 19.5716 -12.1795 -13.9766 1.7756
-20 19.5104 -11.104 -12.7303 1.7759
-18 19.4402 -10.0202 -11.4924 1.776
-16 19.3609 -8.92894 -10.2367 1.7759
-14 19.2727 -7.83076 -8.97351 1.77561
-12 19.1749 -6.72629 -7.70368 1.7751
-10 19.0679 -5.61616 -6.42824 1.77439

-8 18.9522 -4.50091 -5.14814 1.77347
-6 18.8271 -3.38113 -3.86433 1.77234
-4 18.6928 -2.25735 -2.57775 1.77101
-2 18.5497 -1.13013 -1.28934 1.76947
0 18.3979 0 0 1.76773
2 18.2374 1.13248 1.28934 1.76579
4 18.06F4 2.26676 2.57775 2.76366
6 17.8914 3.40227 3.86433 1.76134
8 17.7064 4.53842 5.14514 1.75684
10 17.5137 5.67461 6.42824 1.75617
12 17.3139 6.8102 7.70368 1.75333
14 17.1071 7.94452 8.97351 1.75034
16 16.8938 9.07687 10.2367 1.7472
18 16.6741 10.2065 11.4924 1.74392
20 16.449 11.3326 12.7393 1.74052
22 16.2185 12.4543 13.9766 1.73701
24 15.9833 13.5708 15.2031 1.7334
26 15.744 14.6 l1 16.4177 1.7297
28 15.5007 15.7841 17.6192 1.72592
30 15.2545 16.8787 18.8065 1.72208
32 15.0056 17.9638 19.97F2 1.71619
34 14.755 19.0382 21.1332 1.71427
36 14.503 20.1005 22.27 1.71033
38 14.2507 21.1493 23.3F73 1.70638
40 13.9913 22.1831 24.4837 1.70244
42 13.7468 23.2003 25.5576 1.69853
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TABLE B-IV TABLE B-V

"i ile

0 19.1001 19.1002 0 lq.4 21 19.41122
1 19.099 19.1012 1 19.401 19.4833
2 19.0953 19.1044 2 19.4772 19.4865
3 19.0894 19.1097 3 IQ.4712 19.4919
4 19.0809 19.1171 4 19.4625 19.4994
5 19.07 19.1266 5 19.4514 19.5091
6 19.0568 19.1382 6 19.438 19.521
7 19.0412 19.1519 7 10.4221 19.535
8 19.0231 19.1678 8 19.4036 19.5511
9 19.0C29 19.1856 9 19,3S3 19.5694
10 18.9?01 19.2056 10 19.3 97 19.5897
11 18.955 19.2277 11 19.3341 19.6122
12 18.9278 19.2519 12 19.3C63 19.6369
13 18.P983 19.2781 13 19.2763 19.6637

14 18.8665 19.3064 14 19.2438 19.6929
15 18.8324 19.3367 15 15.209 19.7235
16 18.7962 19.3692 16 19.1721 19.7566
17 18.7577 19.4037 17 19.1328 19.7o18
18 18.7172 19.4402 18 19.n916 19.829
19 18.6747 19.47F7 19 19.04P1 19.96F2
20 18.63 19.5192 20 19.0026 19.9096
21 18.5834 19.5618 21 18.955 r9.953
22 18.5347 19.6062 22 18.9054 1 .9984
23 18.4842 19.A527 23 18.8538 20.0457
24 18.4317 19.7011 24 18.8004 20.0952
25 18.3775 19.7515 25 18.745 20.1465
26 18.3215 19.8038 26 18.6879 20.199P
27 16.2636 19.8579 27 18.62Q9 20.255
28 18.2042 19.9138 28 18.5682 20.3121
29 18.1431 19.9716 29 18.5059 20.3711
30 18.0805 20.0313 30 18.4421 20.4319
31 18.0164 20.C02A 31 18.3767 20.4945
32 17.9508 20.155F 32 18.3008 20.5589
33 17.8838 20.22n6 33 18.2415 20.6?5
34 17.R157 20.2871 34 18.172 20.692Q
35 17.74(,I 20.3552 35 18.101 20.7623
36 17.6754 20.4249 36 l8.n2gq 20.8334
37 17.6038 20.4962 37 17.95,9 20.9061
38 17.531 20.5689 78 17.PP'I 20.98n3
39 17.4572 20.6429 3 17.C(l 21.0558
40 *7.3P27 20.7185 !,f 17.73n4 21.1329
41 17.3073 20.7954 41 17.r,535 21.2113

Number of fringes along optic axis projection 2 Number of fringes along optic axis projection 2
Number of fringes perpendicular to optic axis 1 Number of fringes perpendicular to optic axis 2

i(
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%kould appear along the optic axis projcct ion. Second, the phase shift decreases along one axis

w hilc it increases along the other. 'its second fact means that it is actually quite difficult to

figure out which axis has the greatc' phase shift change. This problem arises because black

fringes occur only when 0 is an integer; the exact value of P at 0. = 0 will have a direct impact

oil the number of observed fringes along each axis. [or Fable l-IV a 50-Lni -thick layer was

used while for ['able B-\ the Ia 'er was 1,1 4.m thick. The number of fringes seen on each axis

is changed by this minor thickne -s variation. At most, one fringe is lost or gained, but when

only one or two fringes are visible, this uncertainty is unacceptable.

'o summarize, quantitative information on the tilt angle can be obtained from conoscopic

figures using the procedure described abo\e. It is difficult to distinguish between the two pos-

sible orientations of the optic axis if the liquid crystal has a zero tilt angle.

1.4 t SIN('. DYES )ISSOI.VED:I) IN A I.IQI'ID ('IIYSI'AI IfO 1)1YO D I('1
I'lH I)II'(' FOlR OIIIIENIAIlION

Ileilineier and Zanoni 4 8 ' 4 9 have shown that certain dye molecules will align with the director

when they are dissolved in nematic liquid crystals. For instance, rod-shaped dye molecules

may have a tendency to align with the roughly rod-shaped liquid crvstal molecules. F-urthermore,

elongated organic dye molecules typically have different absorption coefficients parallel and per-

pendicular to their molecular axes.

[he dye DODUI aligns with its long axis parallel to the nematic director; it also absorbs

light at the red end of the spectrum if the incident light is polarized along the molecular axis.

If an aligned nematic layer doped with D)ODUI is observed by passing a linearly polarized beam

of white light through it, then the liquid crystal will look blue when the incident polarization is

along the director and clear when the polarization is perpendicular to the director.

This method is useful for identifying the direction of the nematic director unambiguously in

cases when the tilt angle of the liquid crystal is zero.

11.5 QI'AI .'ATI %'E TII.'-ANGLE IN'ORMAI ON FROM S('IHLIEIR'N TIEXFURES

I'he examination of Schlieren textures permits rapid discrimination between parallel and

tilted director alignment. Schlieren textures are discussed in Chaps. 2 and 3. Schlieren textures

often contain disclinations of strength 1/2, where the nematic director projection undergoes a

1t0 rotation. In nematics with nonzero tilt, a fine line will be seen attaching to these disclina-

tions. ['his line represents a boundary between regions of reverse tilt. In Fig. 5(a) such lines

can be seen to originate from disclinations with two black brushes (which have strength = 1/2).

)ODCI, Eastman Kodak 14351, called 3, 31-diethyloxadicarbocyanine iodide; actually, 3-ethyl-
2-[ 5-( 1-ethyl-2-henzoxazolinvlidene)- 1, 3-pentadienyll benzoxazolium iodide.
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Heft tiV, irlitix Valh-il( - fr-ont liltroduet ion to Liquid Crystals, p). 352 (see hef. 29).

Ijoorn Tempertature

Recfractive Indices

n r
WZ1VII('ngth C'o e

5145 A 1.5616 1.8062

6328 A 1.5443 1.7582

Interpolated 1.551 1.776

5890 A value

MeIs intr pola ted value was used for Lill tilt -angle calculat ions.

MIM \A chanlges from crystalline to nematic at 19'C.

I'hl( nvm~i tic -isot ropic t ransition tempt' ratu ru is typically at 41 to 46 0 C.

Fhis liquid crysta is mianufaCtu cccl by [11)1 Chemicals, Ltd., Poole Dorse t, England. it

changes from c rystalline to smectic A at 54.5'C. The smectic to nematic transition is at 66.5 'C.

Tene-mttiC -iSOtr-opic transition tempt'ratu rr' is 78.30C.

Hleptyl/Ilutyl, Xixture

This consists of a 2:1 molar ratio of p-cyanophenyl p-heptylbenzoate (Eastman 14047) and

p)-cyainuplenyl p-butylben7oatC' (L'astman 14044). Th'lis liquid crystal has a large positive dielec-

tric anisotropy, and is useful in twisted nematic display devices. 3
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